Bear Run Mine
Precipitation Data
September 2012

Date Prfecip
(in)

9/1/2012 0.12
9/2/2012 2.44
9/3/2012 0.01
9/4/2012 0.00
9/5/2012 0.60
9/6/2012 0.02
9/7/2012 1.52
9/8/2012 0.06
9/9/2012 0.00
9/10/2012 0.00
9/11/2012 0.00
9/12/2012 0.00
9/13/2012 0.00
9/14/2012 0.05
9/15/2012 0.00
9/16/2012 0.00
9/17/2012 0.24
9/18/2012 0.00
9/19/2012 0.00
9/20/2012 0.19
9/21/2012 0.00
9/22/2012 0.00
9/23/2012 0.00
9/24/2012 0.00
9/25/2012 0.56
9/26/2012 0.90
9/27/2012 0.28
9/28/2012 0.01
9/29/2012 0.00
9/30/2012 0.00




McCOY & McCOY Be096TTTS 6064323104
LABORATORIES, Inc.

Louisville, KY Paducah, KY

P.O. Box 907, 825 Industrial Road 502.961.0001 270.444.6547
Madisonville, KY 42431

270.821.7375
www.mccoylabs.com "Providing Tomorrow's Analytical Capabilites Today"

Certificate of Analysis

Robert Pendleton Report Printed: 10/12/2012 10:02
Peabody Midwest Mining LLC

7100 Eagle Crest Blvd

Evansville IN, 47715

IProiect Name: Indiana Workorder: 2091349 I

Dear Robert Pendleton
Enclosed are the analytical results for samples received at the lab on 09/07/2012 11:20.

McCoy & McCoy Laboratories, Inc located in Madisonville, Kentucky is a National Environmental Laboratory
Accreditation Program (NELAP) accredited laboratory and as such, certifies that all applicable test results
meet the requirements of NELAP.

If you have any questions regarding this certificate of analysis, please contact us at (270) 821-7375.

Please visit us at www.mccoylabs.com for a listing of NELAP accreditations and Scope of Work, as well as
other links to Water Quality documentation on the internet.

This laboratory report may not be reproduced, except in full, without the written approval of McCoy & McCoy
Laboratories, Inc.

ﬁ,

This page is included as part of the Analytical Report and must
be refained as a permanent record thereof.

Syd Tate, Data Reviewer

Printed on 10/12/2012 at 10:02:27AM I Page 1 of 15 I
—




McCOY & McCOY
LABORATORIES, Inc.

P.0O. Box 907, 825 Industrial Road
Madisonville, KY 42431
270.821.7375

www.mccoylabs.com

Lexington, KY Pikeville, KY

859.299.7775 606.432.3104
Louisville, KY Paducah, KY
502.961.0001 270.444.6547

"Providing Tomorrow's Analytical Capabilites Today"

SAMPLE SUMMARY

Lab ID Client Sample [D/Alias Matrix Date Collected Date Received Sampled By

2091349-01 INSB-ALK/1630_BRP018REPA_09062 Surfacewater 09/06/2012 08:00 09/07/2012 11:20 Forrest Crowe
012

2091349-02 INSB-ALK/1630_BRP018REPA_09062 Surfacewaler 09/06/2012 08:00 09/07/2012 11:20 Forrest Crowe
012

2091349-03 Il\;SB-ALKM630_BRE053EFA_090620 Surfacewater 09/06/2012 10:45 09/07/2012 11:20 Forrest Crowe
1

2091349-04 INSB-ALK/M630_BREOS3EPA 080620 Surfacewater 09/06/2012 10:45 09/07/2012 11:20 Forrest Crowe
12

2091349-05 INSB-ALK/1630_FIELDBLANKEPA_09 Surfacewater 09/06/2012 10:45 08/07/2012 11:20 Forrest Crowe
062012
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McCOY & McCOY
LABORATORIES, Inc.
P.O. Box 907, 825 Industrial Road
Madisonville, KY 42431

270.821.7375
www.mccoylabs.com

Lab Sample ID: 2091349-01
Description: INSB-ALK 1630_BRP018REPA_09062012

Metals by SW846 6000 Series Methods

ANALYTICAL RESULTS

Sample Collection Date Time: 09/06/2012 08:00
Sample Received Date Time: 09/07/2012 11:20

Lexington, KY
859.289.7775

Louisville, KY
502.961.0001

Pikeville, KY
606.432.3104

Paducah, KY
270.444.6547

"Providing Tomorrow's Analytical Capabilites Today”

| Analyte Result  Flag Units MRL MDL Method Prepared Analyzed Analyst |
Arsenic 0.0016 mg/L 0.0005 0.0002 SW846 6020C 09/11/2012 08:00 09/11/2012 19:34 Jcp
Beryllium ND mafl 0.0010 0.0005 SWB846 6020C 09/11/2012 08:00 09/12/2012 19:31 JCD
Cadmium ND mgiL 0.0005 0.0002 SW846 6020C 09/11/2012 08:00 09/11/2012 19:34 JcD
Calecium 67.4 mg/L 0.20 0.06 SW846 6010B 09/11/2012 08:00 09/12/2012 22:44 MLC
Chromium 0.001 mg/L 0.001  0.0003 SW846 6020C 09/11/2012 08:00 09/11/2012 19:34 JcD
Lead ND y mg/L 0.0010  0.0005 SWB846 6020C 09/11/2012 08:00 09/11/2012 19:34 Jeb
Magnesium 16.9 mg/L 0.100  0.045 SW846 60108 09/11/2012 08:00 09/12/2012 22:44 MLC
Manganese 0.077 mgiL 0.003  0.001 SW846 6020C 09/11/2012 08:00 09/11/2012 19:34 JcD
Mercury 3.6 ng/L 0.5 0.2 EPA1631E 09/11/2012 19:28 09/12/2012 13:33 RND
Mercury in Field Blank 03 J ng/L 0.5 0.2 EPA1631E 09/11/2012 19:28 09/12/2012 12:35 RND
Potassium 375 mg/L 0.01 0.01 SW8&46 60108 09/11/2012 08:00 00/12/2012 22:44 MLC
Silver ND mg/L 0.0005 0.0002 SWB&46 6020C 09/11/2012 08:00 09/11/2012 19:34 JCcD
Sodium 111 Bi1 mgiL 0.13 0.05 SW846 6010B 09/11/2012 08:00 00/12/2012 22:44 MLC
Thallium ND y mgiL 0.0010  0.0004 SW846 6020C 09/11/2012 08:00 09/11/2012 19:34 JCD
Vanadium 0.004 mg/L 0.002  0.002 SW846 6020C 09/11/2012 08:00 08/12/2012 19:31 JCD
Zine ND gy ma/L 0.010  0.010 SW846 6020C 09/11/2012 08:00 09/11/2012 19:34 Jch
Metals (Dissolved) by SW846 6000 Series Methods

| Analyte Result  Flag Units MRL MDL Method Prepared Analyzed Analyst
Beryllium ND y mg/L 0.0005 0.0005 SW846 6020C 09/12/2012 16:59 09/14/2012 23:40 Jeb
Cadmium 0.0004 J mg/L 0.0005 0.0001 SW846 6020C 09/12/2012 16:59 09/14/2012 23:40 Jcb
Chromium ND y mg/L 0.002 0.0003 SWB846 6020C 09/12/2012 16:59 09/14/2012 23:40 JcD
Iron ND y ma/L 0.02  0.006 SW8466010B 09/12/2012 16:55 09/19/2012 18:29 MLC
Lead ND y mg/L 0.0020 0.0020 SW8466020C 09/12/2012 16:59 09/14/2012 23:40 JcD
Silver ND u mg/L 0.0005 0.0002 SWB846 6020C 09/12/2012 16:59 09/14/2012 23:40 Jcb
Thallium ND u mg/L 0.0005 0.0005 SWB8466020C 09/12/2012 16:59 09/14/2012 23:40 Jcb
Vanadium ND u mg/L 0.002  0.002 SWB846 6020C 09/12/2012 16:59 09/14/2012 23:40 Jch
Zinc ND y mg/L 0.010  0.010 SWB846 6020C 09/12/2012 16:59 09/14/2012 23:40 Jco
Conventional Chemistry Analyses_01

| Analyte Result  Flag Units MRL MDL Method Prepared Analyzed Analyst |
Acidity ND y mg/L 1 1 SM2310B 08/10/2012 17:00 09/10/2012 17:00 TLB
Bicarbonate Alkalinity as 129 B mgiL 1 1 SM23208 09/13/2012 09:16 09/13/2012 09:16 DDM
CaCo3

Total Alkalinity 125 B mg/L 1 1 SM2320B 09/10/2012 17:25 09/10/2012 17:25 TLB
Chioride 7.5 D mg/L 1.0 1.0 SW846 9056 09/16/2012 22:44 09/16/2012 22:44 DMH
Specific Conductance 873 umhos/cm 1 1 SM2510B 09/11/2012 11:02 09/11/2012 14:00 TLB
(Lab)

Hardness as CaCO3 250 mg/L 1 1 SM2340C 09/12/2012 09:50 09/12/2012 14:32 JTL
pH (Lab) 7.82 H3 Std. Units 0.10 0.10 SM4500H+B 08/11/2012 11:27 09/11/2012 14:45 TLB
Sulfate 322 D maiL 10 2 SWBa46 9056 09/16/2012 22:44 09/16/2012 22:44 DMH
Total Dissolved Solids 580 mglL 10 10 SM2540C 09/11/2012 10:31 08/11/2012 15:00 DDM
Total Suspended Solids 15 mg/L 4 2 SM2540D 09/11/2012 11:22 09/11/2012 12:46 JTL
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McCOY & McCOY
LABORATORIES, Inc.

P.O. Box 907, 825 Industrial Road
Madisonville, KY 42431
270.821.7375

www.mccoylabs.com

Lab Sample ID: 2091349-01RE1
Description: INSB-ALK

ANALYTICAL RESULTS

Sample Collection Date Time: 09/06/2012 08:00
Sample Received Date Time: 09/07/2012 11:20

Lexington, KY
859.299.7775

Louisville, KY
502.961.0001

Pikeville, KY
606.432.3104

Paducah, KY
270.444.6547

"Providing Tomorrow's Analytical Capabilites Today"

Matrix; Surfacewater Discharge/Site No: Regulatory ID:

Metals by SW846 6000 Series Methods

| Analyte Result  Flag Units MRL MDL  Method Prepared Analyzed Analyst |
Antimony 0.001 J mg/L 0.002 0.001 SWwW846 6020C 09/25/2012 12:08 09/26/2012 04:45 RND
Copper 0.002 ma/L 0.002 0.0005 SWB46 6020C 09/25/2012 12:08 09/26/2012 04:45 RND

Iren 113 mg/L 0.06 0.02 SWB846 6010B 09/25/2012 12:08 09/27/2012 01:18 MLC
Nickel 0.0063 mg/L 0.0015 0.0005 SW846 6020C 09/25/2012 12:08 09/26/2012 04:45 RND
Selenium 0.0006 J mglL 0.002 0.0005 SW8466020C  09/25/2012 12:08 09/26/2012 04:45 RND
Metals (Dissolved) by SW848 6000 Series Methods

| Analyte Result Flag Units MRL MDL Method Prepared Analyzed Analyst I
Aluminum 0.009 J mg/L 0.02 0.007 BSWB846 6020C 09/25/2012 1713 08/26/2012 21:56 RND
Antimony ND y mg/L .005 0.001 SW846 6020C 09/25/2012 17:13 09/26/2012 21:56 RND
Arsenic 0.0010 mg/L 0.0005 0.0002 SW846 6020C 09/25/2012 17:13 09/26/2012 21:56 RND
Copper 0.0004 J mg/L 0.001 0.0002 S8WB846 6020C 09/25/2012 17:13 09/26/2012 21:56 RND
Nickel 0.0038 mg/L 0.0005 0.0002 SWB846 6020C 09/25/2012 1713 09/26/2012 21:56 RND
Selenium ND u maiL 0.001 0.0008 SW846 6020C 09/25/2012 1713 09/26/2012 21:56 RND
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McCQY & McCOY
LABORATORIES, Inc.

P.0. Box 907, 825 Industrial Road
Madisonville, KY 42431
270.821.7375

www.mccoylabs.com

Lab Sample ID: 2091349-01RE2
Description: INSB-ALK

ANALYTICAL RESULTS

Sample Collection Date Time: 09/06/2012 08:00
Sample Received Date Time: 09/07/2012 11:20

Lexington, KY Pikeville, KY
859.299.7775 606.432.3104

Louisville, KY Paducah, KY
502.961.0001 270.444.6547

"Providing Tomorrow's Analytical Capabilites Today"

Matrix: Surfacewater Discharge/Site No: Regulatory ID:

Metals by SW846 6000 Series Methods

| Analyte Result Flag Units MRL MDL Method Prepared Analyzed Analyst |
Aluminum 1.07 D1 mg/L 0.20 0.07 SWa846 6020C 09/25/2012 12:08 10/03/2012 23:22 JCD
Metals (Dissolved) by SW846 6000 Series Methods

| Analyte Result Flag Units MRL MDL Method Prepared Analyzed Analyst |
Manganese 0.071 mg/L 0.004 0.002 5W846 6020C 10/01/2012 13:59 10/03/2012 22:11 JCD

|_Page50f15 |




McCQY & McCQY
LABORATORIES, Inc.

P.O. Box 907, 825 Industrial Road
Madisonville, KY 42431
270.821.7375

www.mecoylabs.com

ANALYTICAL RESULTS

Sample Collection Date Time: 09/06/2012 08:00
Sample Received Date Time: 09/07/2012 11:20

Lab Sample ID: 2091349-02
Description: INSB-ALK 1630_BRP018REPA_09062012

Metals by SW846 6000 Series Methods

Lexington, KY
859.299.7775

Louisville, KY
502.961.0001

"Providing Tomorrow's Analytical Capabilites Today"

Pikeville, KY
606.432.3104

Paducah, KY
270.444.6547

| Analyte Result  Flag Units MRL MDL Methed Prepared Analyzed Analyst |
Mercury, dissolved 29 ng/L 0.5 0.2 EPA1631E 09/11/2012 19:28 09/12/2012 13:36 RND
Mercury in Field Blank, 0.5 ng/l. 0.5 0.2 EPA1B31E 09/11/2012 19:28 09/12/2012 12:38 RND
dissolved

| Page6of15 |




McCQY & McCQY
LABORATORIES, Inc.

P.O. Box 907, 825 Industrial Road
Madisonville, KY 42431
270.821.7375

www.mccoylabs.com

Lab Sample ID: 2091349-03
Description: INSB-ALK 1630_BRE053EPA_09062012

Metals by SW846 6000 Series Methods

ANALYTICAL RESULTS

Sample Collection Date Time: 09/06/2012 10:45
Sample Received Date Time: 09/07/2012 11:20

Lexington, KY
859.299.7775

Louisville, KY
502.961.0001

Pikeville, KY
606.432.3104

Paducah, KY
270.444.6547

"Providing Tomorrow's Analytical Capabilites Today"

| Analyte Result  Flag Units MRL MDL Method Prepared Analyzed Analyst I
Arsenic 0.0013 mgiL 0.0005 0.0002 SWa46 6020C 09/11/2012 08:00 09/11/2012 19:38 JCD
Beryllium ND y mg/L 0.0010 0.0005 SW846 6020C 09/11/2012 08:00 09/12/2012 19:38 JCD
Cadmium ND y mg/L 0.0005 0.0002 SW846 6020C 09/11/2012 08:00 09/11/2012 19:38 JCD
Calecium 162 mg/L 0.20 0.06 SWwW846 6010B 09/11/2012 08:00 09/12/2012 22:48 MLC
Chromium 0.0003 J mg/L 0.001 0.0003 SwW846 6020C 09/11/2012 08:00 09/11/2012 19:38 JCD
Lead ND u mg/L 0.0010 C.0005 SW846 6020C 09/11/2012 08:00 09/11/2012 19:38 JCD
Magnesium 91.8 mg/L 0.100 0.045 SWB46 6010B 09/11/2012 08:00 09/12/2012 22:48 MLC
Manganese 0.244 mg/L 0.003 0.001 SW848 6020C 09/11/2012 08:00 09/11/2012 19:38 JCD
Mercury 1.4 ng/L 0.5 0.2 EPA1631E 09/11/2012 19:28 09/12/2012 13:39 RND
Mercury in Field Blank 1.9 ng/L 0.5 0.2 EPA1631E 09/11/2012 19:28 09/12/2012 12:41 RND
Potassium 7.38 magiL 0.01 0.01 SW846 6010B 08/11/2012 08:00 09/12/2012 22:48 MLC
Silver ND y mg/L 0.0005 0.0002 SWB846 6020C 09/11/2012 08:00 09/11/2012 19:38 JCcD
Sodium 304 B1 mg/L 0.13 0.05 SWa46 60108 09/11/2012 08:00 09/12/2012 22:48 MLC
Thallium ND y ma/L 0.0010  0.0004 SW846 6020C 09/11/2012 08:00 09/11/2012 19:38 JCD
Vanadium 0.002 mag/L 0.002 0.002 SwW846 6020C 09/11/2012 08:00 091212012 19:38 JCD
Zinc 0.010 mg/L. 0.010 0.010 SWwWB846 6020C 09/11/2012 08:00 08/11/2012 19:38 JCD
Metals (Dissolved) by SW846 6000 Series Methods

| Analyte Result  Flag Units MRL MDL Method Prepared Analyzed Analyst |
Aluminum 0.008 J ma/L 0.02 0.007 SWa46 6020C 09/12/2012 16:59 09/14/2012 23:47 JCD
Arsenic 0.0011 mg/L 0.0005 0.0002 SWa46 6020C 09/12/2012 16:59 09/14/2012 23:47 JCD
Beryllium ND u mg/L 0.0005 0.0005 SW8466020C 09/12/2012 16:59 09/14/2012 23:47 JCD
Cadmium ND y mg/L 0.0005 0.0001 SW8466020C 09/12/2012 16:59 09/14/2012 23:47 JCD
Chromium ND y mg/L 0.002 0.0003 SW8466020C 09/12/2012 16:59 09/14/2012 23:47 JCD
Iron ND y mg/L 0.02 0.006 SW846 6010B 08/12/2012 16:55 09/19/2012 18:32 MLC
Lead ND u mg/L 0.0020 0.0020 SWB846 6020C 09/12/2012 16:59 09/14/2012 23:47 JCcD
Manganese 0.0005 J mg/L 0.004 0.0002 SWB846 6020C 09/12/2012 16:59 09/14/2012 23:47 JCD
Selenium 0.001 mg/L 0.001 0.0009 SWB846 6020C 09/12/2012 16:59 09/14/2012 23:47 Jop
Silver ND u mg/L 0.0005 0.0002 SWB846 6020C 09/12/2012 16:59 09/14/2012 23:47 JCD
Thallium ND u mg/L 0.0005 0.0005 SWB846 6020C 091272012 16:59 09/14/2012 23:47 JCD
Vanadium ND mg/L 0.002 0.002 SWB846 6020C 08/12/2012 16:59 09/14/2012 23:47 JCD
Zinc ND u mg/L 0.010 0.010 SW846 6020C 09/12/2012 16:59 09/14/2012 23:47 JCD
Conventional Chemistry Analyses_01

| Analyte Result  Flag Units MRL MDL Method Prepared Analyzed Analyst I
Acidity ND u mg/L 1 1 SM2310B 08/10/2012 17:00 09/10/2012 17:00 TLB
Bicarbonate Alkalinity as 364 B mg/L 1 1 SM2320B 09/13/2012 09:16 09/13/2012 09:18 DDM
CaC0O3

Total Alkalinity 378 B mg/L 1 1 SM2320B 09/10/2012 16:40 09/10/2012 16:40 DJIK
Chloride 1.0 D mag/L 1.0 1.0 SW846 8056 09/16/2012 23:04 09/16/2012 23:04 DMH
Specific Conductance 2400 umhos/cm 1 1 SM2510B 09/11/2012 11:02 09/11/2012 14:00 TLB
(Lab}

Hardness as CaCO3 880 mgiL 1 1 SM2340C 09/12/2012 09:50 09/12/2012 14:32 JTL
pH (Lab) 7.66 H3 Std. Units 0.10 0.10 SM4500H+B 09/11/2012 11:30 09/11/2012 15:00 TLB
Sulfate 1190 D mg/L 10 2 SWB846 9056 09/16/2012 23:04 08/16/2012 23:04 DMH
Total Dissolved Solids 594 mg/L 10 10 SM2540C 09/11/2012 10:31 09/11/2012 15:02 DDM
Total Suspended Solids 4 ma/L 4 2 SM2540D 09/11/2012 11:22 09/11/2012 12:48 JTL
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McCOY & McCOY
LABORATORIES, Inc.

P.O. Box 207, 825 Industrial Road
Madisonville, KY 42431
270.821.7375

www.mccoylabs.com

Lab Sample ID: 2091349-03RE1
Description; INSB-ALK

ANALYTICAL RESULTS

Lexington, KY
859.299.7775

Louisville, KY
502.961.0001

Pikeville, KY
606.432.3104

Paducah, KY
270.444.6547

"Providing Tomorrow's Analytical Capabilites Today"

Sample Collection Date Time: 09/06/2012 10:45
Sample Received Date Time: 09/07/2012 11:20

Matrix; Surfacewater Discharge/Site No: Regulatory 1D:

Metals by SW846 6000 Series Methods

| Analyte Result Flag Units MRL MDL Method Prepared Analyzed Analyst]
Aluminum 0.13 mg/L 0.02 0.007 SW846 6020C 09/25/2012 12:08 09/26/2012 04:51 RND
Antimony ND y mg/L 0.002 0.001 SW8466020C 09/25/2012 12:08 09/26/2012 04:51 RND
Copper 0.001 J mg/L 0.002 0.0005 SWB8466020C 09/25/2012 12:08 09/26/2012 04:51 RND
Iron 0.25 ma/L 0.06 0.02 SWB846 60108 09/25/2012 12:08 09/27/2012 01:22 MLC
Nickel 0.0058 mg/L 0.0015 0.0005 SWB846 6020C 09/25/2012 12:08 09/26/2012 04:51 RND
Selenium 0.0008 J mgiL 0.002 0.0005 SW8466020C 09/25/2012 12:08 09/26/2012 04:51 RND
Metals (Dissolved) by SW846 6000 Series Methods

|T\na1y1e Result Flag Units MRL MDL Method Prepared Analyzed Analyst |
Antimany ND y mg/L 0.005  0.001 SWB846 6020C 08/25/2012 17:13 09/26/2012 22:16 RND
Copper 0.0006 J mg/L 0.001  0.0002 SWB846 6020C 09/25/2012 17:13 09/26/2012 22:16 RND
Nickel 0.0052 mg/L 0.0005 0.0002 SWB846 6020C 09/25/2012 17:13 09/26/2012 22:16 RND

L_Page8of15 |




: Lexington, KY Pikeville, KY
M CCOY & MCCOY 850.299.7775 606.432.3104
LABORATORIES, Inc.
Louisville, KY Paducah, KY
P.O. Box 907, 825 Industrial Road 502.961.0001 270.444.6547

Madisonville, KY 42431
270.821.7375

www.mccoylabs.com "Providing Tomorrow's Analytical Capabilites Today"
ANALYTICAL RESULTS
Lab Sample ID: 2091349-04 Sample Collection Date Time: 09/06/2012 10:45
Description: INSB-ALK 1630_BREO053EPA_09062012 Sample Received Date Time: 09/07/2012 11:20

Metals by SW846 6000 Series Methods

| Analyte Result  Fiag Units MRL MDL Method Prepared Analyzed Analyst |
Mercury, dissolved 1.5 ng/L 0.5 0.2 EPA1631E 09/11/2012 19:28 09/12/2012 13:42 RND
Mercury in Field Blank, 0.9 ng/L 0.5 0.2 EPA1631E 09/11/2012 19:28 09/12/2012 12:44 RND
dissolved
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McCOY & McCOY
LABORATORIES, Inc.

P.O. Box 907, 825 Industrial Road
Madisonville, KY 42431
270.821.7375

www . mccoylabs.com

Lab Sample ID: 2091348-05

ANALYTICAL RESULTS
Sample Collection Date Time: 09/06/2012 10:45

Description: INSB-ALK 1630_FIELDBLANKEPA_09062012

Metals by SW846 6000 Series Methods

Lexington, KY
859.299.7775

Louisville, KY
502.961.0001

Pikeville, KY
606.432.3104

Paducah, KY
270.444.6547

"Providing Tomorrow's Analytical Capabilites Today"

Sample Received Date Time: 09/07/2012 11:20

| Analyte Result Flag Units MRL MDL Method Prepared Analyzed Analyst I
Aluminum ND u mg/L 0.02  0.007 SW8466020C 09/11/2012 08:00 09/12/2012 19:44 Jch
Antimony ND y mgiL 0.002 0.001 SWB846 6020C 09/11/2012 08:00 09/12/2012 19:44 Jep
Arsenic 0.0005 mg/L 0.0005 0.0002 SWB846 6020C 09/11/2012 08:00 09/12/2012 19:44 Jeh
Beryllium ND u mg/L 0.0010 0.0005 SW846 6020C 09/11/2012 08:00 09/12/2012 19:44 JcD
Cadmium ND u ma/L 0.0005 0.0002 SWB846 6020C 09/11/2012 08:00 09/11/2012 19:42 JcD
Calcium ND u ma/L 0.20 0.06 SW8a46 60108 09/11/2012 08:00 09/12/2012 22:51 MLC
Chromium ND u mg/L 0.001 0.0003 SW846 6020C 09/11/2012 08:00 09/12/2012 19:44 Jeb
Copper ND y mg/L 0.002 0.0005 SW8466020C 09/11/2012 08:00 09/11/2012 19:42 Jeh
Iron ND y mgiL 0.06 0.02 SWB8466010B 09/11/2012 08:00 09/12/2012 22:51 MLC
Lead ND y mg/L 0.0010  0.0005 SW846 6020C 09/11/2012 08:00 09/11/2012 19:42 JCco
Magnesium ND y mg/L 0100  0.045 SWB846 6010B 09/11/2012 08:00 09/12/2012 22:51 MLC
Manganese ND y mgiL 0.003 0.001 SW846 6020C 09/11/2012 08:00 09/12/2012 19:44 JcD
Nickel ND y mag/L 0.0015 0.0005 SWB846 6020C 09/11/2012 08:00 09/12/2012 19:44 JcD
Potassium 0.24 mg/L 0.01 0.01 SW846 60108 09/11/2012 08:00 09/12/2012 22:51 MLC
Selenium ND u mo/L. 0.002 0.0005 SW8&466020C 09/11/2012 08:00 09/12/2012 19:44 JcD
Silver ND u mg/L 0.0005 0.0002 SWBa46 6020C 09/11/2012 08:00 09/11/2012 19:42 Jeb
Thallium ND mg/L 0.0010  0.0004 SWB846 6020C 09/11/2012 08:00 09/11/2012 19:42 JCD
Vanadium 0.007 mg/L 0.002 0,002 SWB846 6020C 09/11/2012 08:00 09/12/2012 19:44 JcD
Zinc ND y mg/L 0.010 0.010 SW8466020C 09/11/2012 08:00 09/12f2012 19:44 Jeb
Metals (Dissolved) by SW846 6000 Series Methods

| Analyte Result Flag Units MRL MDL Method Prepared Analyzed Analyst
Aluminum 0.007 J mg/L 0.02 0.007 SW846 6020C 09/12/2012 16:59 09/15/2012 00:26 Jcp
Antimany ND u,v1 mg/L 0.005  0.001 SW8466020C  09/12/2012 16:59 09/15/2012 00:26 JcD
Arsenic ND y mg/L 0.0005 0.0002 SWB846 6020C 09/12/2012 16:59 09/15/2012 00:26 JCcD
Beryllium ND u mg/l 00005 0.0005 SWB8466020C 09/12/2012 16:59 08/15/2012 00:26 JcD
Cadmium ND u mg/L 0.0005 0.0001 SW8466020C 09/12/2012 16:59 09/15/2012 00:26 JCD
Chromium ND mg/L 0.002 0.0003 SWB8466020C 09/12/2012 16:59 09/15/2012 00:26 JcD
Capper ND y ma/L 0.001 0.0002 SW8466020C  09/12/2012 16:59 09/15/2012 00:26 Jep
Iron ND y mg/L 002  0.006 SW8466010B 09/12/2012 16:55 09/19/2012 1843 MLC
Lead ND y mg/L 0.0020 0.0020 SW8466020C 09/12/2012 16:59 09/15/2012 00:26 Jeb
Manganese 0.0002 J mg/L 0.004 0.0002 SWB846 6020C 08/12/2012 16:59 09/15/2012 00:26 Jebp
Nickel ND y mgiL 0.0005  0.0002 SW846 6020C 08/12/2012 16:59 00/15/2012 00:26 JcD
Selenium ND u mail 0.001 0.0009 SWB846 6020C 09/12/2012 16:59 09/15/2012 00:26 Jeb
Silver ND y mg/L 0.0005 0.0002 SWB846 6020C 09/12/2012 16:59 09/15/2012 00:26 Jeb
Thallium ND y mg/L 0.0005 0.0005 SWB8466020C 09/12/2012 16:59 09/15/2012 00:26 Jcb
Vanadium ND g mag/L 0.002  0.002 SW8466020C 09/12/2012 16:59 09/15/2012 00:26 Jch
Zinc ND y mg/L 0.010 0.010 SWB846 6020C 09/12/2012 16:59 09/15/2012 00:26 Jcp
Conventional Chemistry Analyses_01

IAnalyte Result  Flag Units MRL MDL Method Prepared Analyzed Analyst |
Acidity 16 B mg/L 1 1 SM2310B 09/10/2012 17:00 09/10/2012 17:00 TLB
Bicarbonate Alkalinity as 3B mg/L 1 1 SM2320B 09/13/2012 09:16 09/13/2012 09:16 DDM
CaCo3

Total Alkalinity 5 B ma/l. 1 1 SM23208 09/10/2012 16:40 09/10/2012 16:40 DJK
Chloride ND mg/L 0.1 0.1 SW846 9056 09/17/2012 23:05 09/17/2012 23:05 DMH
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Conventional Chemistry Analyses_01

McCQOY & McCQOY
LABORATORIES, Inc.

Lexington, KY
859.299.7775

Louisville, KY
502.961.0001

Pikeville, KY
606.432.3104

Paducah, KY
270.444.6547

"Providing Tomorrow's Analytical Capabilites Today"

iAnaIyte Result  Flag Units MRL MDL Method Prepared Analyzed Analyst ]
Speeific Conductance 2 umhosfcm 1 1 SM2510B 09/11/2012 11:02 09/11/2012 14:00 TLB
(Lab)

Hardness as CaCO3 ND y mg/L 1 1 SM2340C 08/12/2012 09:50 09/12/2012 14:32 JTL

pH (Lab) 5.50 H3 Std. Units 0.10 010 SM4500H+B 09/11/2012 11:30 09/11/2012 15:00 TLB
Sulfate ND y mg/L 1 0.2 SW846 9058 09/17/2012 23:05 09/17/2012 23:05 DMH
Total Dissolved Solids ND y mg/L 10 10 SM2540C 09/11/2012 10:31 09/11/2012 15:04 DDM
Total Suspended Solids ND y mg/L 4 2 SM2540D 09/11/2012 11:22 09/11/2012 12:50 JTL

| Page110f15 |




McCOY & McCOY g oot S ol
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Louisville, KY Paducah, KY

P.O. Box 907, 825 Industrial Road 502.961.0001 270.444.6547

Madisonville, KY 42431

270.821.7375
www.mccoylabs.com "Providing Tomorrow's Analytical Capabilites Today"

ANALYTICAL RESULTS
Lab Sample ID: 2091349-05RE1 Sample Collection Date Time: 09/06/2012 10:45
Description: INSB-ALK Sample Received Date Time: 09/07/2012 11:20
Matrix: Surfacewater Discharge/Site No: Regulatory ID:
Metals by SW846 6000 Series Methods
| Analyte Result Flag Units MRL MDL Method Prepared Analyzed Analyst
Sodium ND u mg/L 0.13 0.05 SWa466010B 08/11/2012 08:00 09/13/2012 18:11 MLC
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Lexington, KY Pikeville, KY
MCCOY & MCCOY 859.2%9.7775 606.432.3104
LABORATORIES, Inc.

Louisville, KY Paducah, KY
P.O. Box 907, 825 Industrial Road 502,961.0001 270.444.6547
Madisonville, KY 42431

270.821,7375
www.mccoylabs.com "Providing Tomorrow's Analytical Capabilites Today"

Notes for work order 2091349
- Samples collected by MMLI personnel are done so in accordance with procedures set forth in MMLI field services SOPs.
- All Waste Water analyses comply with methodology requirements of 40 CFR Part 136.
- All Drinking Water analyses comply with methodclogy requirements of 40 CFR Part 141.
- Unless otherwise noted, all quantitative results for soils are reported on a dry weight basis.
- The Chain of Custody document is included as part of this report.
- All Library Search analytes should be regarded as tentative identification based on the presumptive evidence of the mass spectra.

V3 CCV recovery was above method acceptance limits. This target analyte detecied in the sample, but the sample not
reanalyzed.

Vi CCV recovery was above method acceptance limits, This target analyte not detected in the sample.

u Target analyte was analyzed for, but was below detection limit (the value associated with the qualifier is the
laboratory method detection limit in our LIMS system).

M3 The accuracy of the spike recovery value is reduced since the analyte concentration in the sample Is
disproportionate to spike level. The method control sample recovery was acceptable.

M2 Matrix spike recovery was low; the method control sample recovery was acceptable.

M1 Matrix spike recovery was high; the method control sample recovery was acceptable.

L1 The associated blank spike recovery was above method acceptance limits.

J5 Concentration estimated. Internal standard recoveries did not meet method acceptance criteria.

J4 Concentration estimated. Analyte detected below laboratory minimum reporting level (MRL), but not confirmed by
alternate analysis.

J Estimated value.

H3 Sample received and analyzed past holding time.

D1 Sample required dilution due to high concentration of target analyte.

D Resuits reported from dilution.

B1 Target analyte detected in method blank at or above the method reporting limit. Concentration found in the sample

was 10 times above the concentration found in the method blank.
B Target analyte detected in method blank at or above the methed reparting limit.

Standard Quallifiers/Acronymns

MDL Method Detection Limit
MRL Minimum Reporting Limit
ND Not Detected

LCS Laboratory Control Sample
MS Matrix Spike

MSD Matrix Spike Duplicate
DUP Sample Duplicate

% Rec Percent Recovery

RPD Relative Percent Difference
: Greater than permit limits

Less than permit limits

Analyses performed at the Madisonville KY location unless specified with the following location codes.

02 Pikeville, KY

03 Paducah, KY
04 Lexington, KY
05 Louisville, KY
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Certified Analyses included in this Report
Analyte Certifications

Lexington, KY
859.299.7775

Louisville, KY
502.961.0001

Pikeville, KY
606.432.3104

Paducah, KY
270.444.6547

"Providing Tomorrow’s Analytical Capabilites Today"

EPA 1631E in Water

Mercury VA NELAC (460210)
Mercury, dissolved VA NELAC (460210)
Mercury in Field Blank VA NELAG (460210)
Mercury in Field Blank, dissclved VA NELAC (460210)
SM23208B in Water
Total Alkalinity KY Drinking Water (00030) VA NELAC (460210)
Bicarbonate Alkalinity as CaCO3 KY Drinking Water (00030)

SM2340C in Water
Hardness as CaCO3 KY Drinking Water (00030}

SM2510B in Water
Specific Conductance (Lab) KY Drinking Water (00030) VA NELAC {460210)

SM2540C in Waier
Total Dissolved Solids KY Drinking Water (00030) VA NELAC (460210)

SM4500H+B in Water

pH (Lab) KY Drinking Water (00030) VA NELAC (460210)
5W846 9056 in Water

Chloride KY Drinking Water (00030)

Sulfate KY Drinking Water (00030)
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P.0. Box 907, 825 Industrial Road 502.961.0001 270.444.6547
Madisonville, KY 42431

270.821.7375
www.mccoylabs.com "Providing Tomorrew's Analytical Capabilites Today"

Certificate of Analysis

Robert Pendleton Report Printed: 10/08/2012 15:21
Peabody Midwest Mining LLC

7100 Eagle Crest Bivd

Evansville IN, 47715

[Project Name: Indiana Workorder: 2091393 |
Dear Robert Pendleton

Enclosed are the analytical results for samples received at the lab on 09/08/2012 12:15.

McCoy & McCoy Laboratories, Inc located in Madisonville, Kentucky is a National Environmental Laboratory
Accreditation Program (NELAP) accredited laboratory and as such, certifies that all applicable test results
meet the requirements of NELAP.

If you have any questions regarding this certificate of analysis, please contact us at (270) 821-7375.

Please visit us at www.mccoylabs.com for a listing of NELAP accreditations and Scope of Work, as well as
other links to Water Quality documentation on the internet.

This laboratory report may not be reproduced, except in full, without the written approval of McCoy & McCoy
Laboratories, Inc.

S T

This page is included as part of the Analytical Report and must
be retained as a permanent record thereof. OCT 'L 1 zmz

Syd Tate, Data Reviewer

Printed on 10/8/2012 at 3:21:55PM I Page 1 of 18 I




McCOY & McCOY
LABORATORIES, Inc.

P.0O. Box 907, 825 Industrial Road
Madisonville, KY 42431
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www.mccoylabs.com

Lexington, KY Pikeville, KY
859.299.7775 606.432.3104

Louisville, KY Paducah, KY
502.961.0001 270.444.6547

"Providing Tomorrow's Analytical Capabilites Today"

SAMPLE SUMMARY
Lab ID Client Sample ID/Alias Matrix Date Collected Date Received Sampled By
2081393-01 INSB-ALK/1630_BREO44EPA_090820 Surfacewater 09/08/2012 08:30 09/08/2012 12:15 Forrest Crowe
12
2091393-02 INSB-ALK/1630_BREO44EPA_090820 Surfacewater 09/08/2012 08:30 09/08/2012 12:15 Forrest Crowe
12
2091393-03 INSB-ALK/1630_BRE0B2EPA_090820 Surfacewater 09/08/2012 09:50 09/08/2012 12:15 Forrest Crowe
12
2091393-04 INSB-ALK/1630_BREO0G62EPA_090820 Surfacewater 09/08/2012 09:50 09/08/2012 12:15 Forrest Crowe
12
2091393-05 INSB-ALK/1630_FIELDBLANKEPA_09 Surfacewater 09/08/2012 09:50 09/08/2012 12:15 Forrest Crowe
082012
LabNumber Measurement Value
2091383-01 Field pH 8.1
Field Temp (C) 224
2091393-03 Field pH 8.4
Field Temp (C) 256
2091393-05 Field pH 8.4
Field Temp (C) 256
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Lexington, KY
859.299.7775

Louisville, KY
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Paducah, KY
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P.0O. Box 907, 825 Industrial Road
Madisonville, KY 42431
270.821.7375

www.mccoylabs.com "Praviding Tomorrow's Analytical Capabilites Today”

ANALYTICAL RESULTS

Sample Collection Date Time: 09/08/2012 08:30
Sample Received Date Time: 09/08/2012 12:15

Lab Sample ID: 2091393-01
Description: INSB-ALK 1630_BREO44EPA_09082012

Metals by SW846 6000 Series Methods

| Analyte Result Flag Units MRL MDL Method Prepared Analyzed Analyst l
Antimony ND y magiL 0.002 0.001 SW846 6020C 09/11/2012 08:00 09/12/2012 19:51 JCD
Beryllium ND mg/L 0.0010  0.0005 SW846 6020C 09/11/2012 08:00 09/12/2012 19:51 JCD
Cadmium 0.0006 mg/L 0.0005 0.0002 SW846 6020C 09/11/2012 08:00 09/11/2012 19:45 JCD
Calecium 97.9 mg/L 0.20 0.06 SW846 6010B 09/11/2012 08:00 09/12/2012 22:55 MLC
Chromium 0.002 mg/L 0.001 0.0003 SW846 6020C 09/11/2012 08:00 09/11/2012 19:45 JCD
Lead ND y mg/L 0.0010  0.0005 SW846 6020C 09/11/2012 08:00 09/11/2012 19:45 JCD
Magnesium 65.2 ma/L 0.100 0.045 SWB8466010B 09/11/2012 08:00 09/12/2012 22:55 MLC
Manganese 0.563 mg/L 0.003 0.001 SW846 6020C 09/11/2012 08:00 09/11/2012 19:45 JcD
Potassium 6.82 mg/L 0.01 0.01 SW846 60108 09/11/2012 08:00 09/12/2012 22:55 MLC
Silver ND y mg/L 0.0005 0.0002 SWB8466020C 09/11/2012 08:00 08/11/2012 19:45 JCD
Sodium 395 B1 mg/L 0.13 0.05 SW8466010B 09/11/2012 08:00 08/12/2012 22:55 MLC
Thallium ND y mg/L 0.0010 0.0004 SW846 6020C 09/11/2012 08:00 09/11/2012 19:45 JCD
Vanadium 0.005 maiL 0.002 0.002 SW846 6020C 09/11/2012 08:00 09/1212012 19:51 JCD
Zinc 0.023 mgfL. 0.010 0.010 SWB846 6020C 08/11/2012 08:00 09/11/2012 19:45 JCD
Metals (Dissolved) by SW846 6000 Series Methods

| Analyte Result Flag Units MRL MDL Method Prepared Analyzed Analyst |
Beryllium ND y mafl 0.0005 0.0005 SW846 6020C 09/12/2012 16:59 09/15/2012 00:33 JCD
Chromium ND y mg/L 0.002 0.0003 SW846 6020C 09/12/2012 16:59 09/15/2012 00:33 JCD
Iron ND y mag/L 0.02 0.006 SWB846 60108 09/12/2012 16:55 09/18/2012 18:47 MLC
Lead ND y mg/L 0.0020 0.0020 SWB846 6020C 09/12/2012 16:59 09/15/2012 00:33 JCD
Silver ND v mg/L 0.0005 0.0002 SW846 6020C 09/12/2012 16:59 09/15/2012 00:33 JcD
Thallium ND y mg/L 0.0005 0.0005 SWB466020C 09/12/2012 16:59 09/15/2012 00:33 JCD
Vanadium ND u mg/L 0.002 0.002 SW846 6020C 09/12/2012 16:59 09/15/2012 00:33 JCD
Zinc ND mg/L 0.010 0.010 SW846 6020C 09/12/2012 16:59 09/15/2012 00:33 JCD
Conventional Chemistry Analyses_01

l Analyte Result Flag Units MRL MDL Method Prepared Analyzed Analyst
Acidity ND y mg/L 1 1 SM2310B 09/10/2012 17:00 09/10/2012 17:00 TLB
Bicarbonate Alkalinity as 220 B mg/L 1 1 SM2320B 09/13/2012 09:16 08/13/2012 09:16 DDM
CaCo3

Total Alkalinity 221 B mg/L 1 1 SM2320B 09/10/2012 16:40 09/10/2012 16:40 DJK
Chiloride 1.7 D mg/L 1.0 1.0 SW846 9056 09/16/2012 23:25 09/16/2012 23:25 DMH
Specific Conductance 2510 umhos/cm 1 1 SM2510B 09/11/2012 11:02 09/11/2012 14:00 TLB
{Lab)

Hardness as CaCO3 590 mag/L 1 1 SMz2340C 09/12/2012 09:50 08/12/2012 14:32 JTL
pH (Lab) 8.03 H3 Std. Units 0.10 0.10 SM4500H+B 09/11/2012 11:30 09/11/2012 15:00 TLB
Sulfate 1350 D mg/L 10 2 SW846 9056 09/16/2012 23:25 09/16/2012 23:25 DMH
Total Dissolved Solids 1850 mag/L 10 10 SM2540C 09/11/2012 10:31 09/11/2012 15:06 DDM
Total Suspended Solids 24 magfL 4 2 SM2540D 09/11/2012 11:24 09/11/2012 12:34 JTL
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McCOY & McCOY
LABORATORIES, Inc.

P.O. Box 907, 825 Industrial Road
Madisonville, KY 42431
270.821.7375

www.mccaylabs.com

Lab Sample ID: 2091393-01RE1
Description: INSB-ALK

ANALYTICAL RESULTS

Sample Collection Date Time: 09/08/2012 08:30
Sample Received Date Time: 09/08/2012 12:15

Lexington, KY
859.299.7775

Louisville, KY
502.961.0001

Pikeville, KY
606.432.3104

Paducah, KY
270.444.6547

“Providing Tomorrow's Analytical Capabilites Today"

Matrix: Surfacewater Discharge/Site No: Regulatory ID:

Metals by SW846 6000 Series Methods

|—Analyte Resuit Flag Units MRL MDL Method Prepared Analyzed Analyst |
Aluminum 0.82 mg/L 0.02  0.007 SWB8466020C 09/25/2012 12:08 09/26/2012 04:58 RND
Arsenic 0.0007 mgiL. 0.0005  0.0002 SWB846 6020C 09/25/2012 12:08 09/26/2012 04:58 RND
Copper 0.002 mg/L 0.002 0.0005 SW846 6020C 09/25/2012 12:08 09/26/2012 04:58 RND
Iron 0.97 mg/L 0.06 0.02 Swa46 60108 09/25/2012 12:08 09/27/2012 01:25 MLC
Mercury 34 ngiL 0.5 0.2 EPA1631E 09/18/2012 19:32 09/19/2012 14:51 JBP
Mercury in Field Blank ND y ng/L 0.5 0.2 EPA1631E 00/18/2012 19:32 09/19/2012 14:01 JBP
Nickel 0.0199 ma/L 0.0015 0.0005 SWB846 6020C 09/25/2012 12:08 09/26/2012 04:58 RND
Metals (Dissolved) by SW846 6000 Series Methods

| Analyte Result Flag Units MRL MDL Method Prepared Analyzed Analyst |
Aluminum 0.02 J4 mg/L 0.02  0.007 SWB8466020C 09/25/2012 17:13 09/26/2012 22:23 RND
Antimony ND y mg/L 0.005 0.001 SW846 6020C 08/25/2012 17:13 09/26/2012 22:23 RND
Cadmium 0.0004 J mg/L 0.0005 0.0001 SWB8466020C 09/25/2012 17:13 09/26/2012 22:23 RND
Copper 0.0007 J mg/L 0.001  0.0002 SW846 6020C 09/25/2012 17:13 09/26/2012 22:23 RND
Iron ND gy mg/L 0.02 0.0068 SW846 6010B 09/25/2012 17:10 09/28/2012 01:10 MLC
Selenium 0.007 mgiL 0.001 0.0008 SW846 6020C 09/25/2012 17:13 08/26/2012 22:23 RND
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McCQY & McCQOY
LABORATORIES, Inc.

P.0O. Box 907, 825 Industrial Road
Madisonville, KY 42431
270.821.7375

www.mccoylabs.com

Lab Sample |D: 2091393-01RE2
Description: INSB-ALK

ANALYTICAL RESULTS

Sample Collection Date Time: 09/08/2012 08:30
Sample Received Date Time: 09/08/2012 12:15

Lexington, KY Pikeville, KY

859.299.7775 606.432.3104
Louisville, KY Paducah, KY
502.961.0001 270.444.6547

"Providing Tomorrow's Analytical Capabilites Today"

Matrix: Surfacewater Discharge/Site No: Regulatory ID:

Metals (Dissolved) by SWB846 6000 Series Methods

| Analyte Result  Flag Units MRL MDL  Method Prepared Analyzed Analyst |
Arsenic 0.0004 J mg/L 0.0005 0.0002 SWwWB8466020C 10/01/2012 13:59 10/03/2012 22:15 JCD
Manganese 0.560 Y1 mgiL 0.004 0.002 SW846 6020C 10/01/2012 13:59 10/02/2012 17:35 JCD
Nickel 0.0186 mg/L 0.0005 0.0002 SWwW846 6020C 10/01/2012 13:59 10/02/2012 17:35 JCD
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Louisville, KY Paducah, KY
502.961.0001 270.444. 6547

"Providing Tomorrew's Analytical Capabilites Today"

ANALYTICAL RESULTS
Lab Sample ID: 2091393-01RE3 Sample Collection Date Time: 09/08/2012 08:30
Description: INSB-ALK Sample Received Date Time: 09/08/2012 12:15
Matrix: Surfacewater Discharge/Site Nao: Regulatory ID:
Metals by SW846 6000 Series Methods
| Analyte Result Flag Units MRL MDL Method Prepared Analyzed Analyst |
Selenium 0.006 mg/L 0.002 0.0005 SWB8466020C 09/25/2012 12:08 10/02/2012 23:08 JcD

|_Page6of18 |




Lexington, KY Pikeville, KY
MCCOY & MCCOY 859.299.7775 606.432.3104
LABORATORIES, Inc.

Louisville, KY Paducah, KY
P.O. Box 907, 825 Industrial Road 502.961.0001 270.444.8547

Madisonville, KY 42431
270.821.7375

www.mccoylabs.com "Providing Tomorrow's Analytical Capabilites Today”
ANALYTICAL RESULTS
Lab Sample ID: 2091393-02RE1 Sample Collection Date Time: 09/08/2012 08:30
Description: INSB-ALK Sample Received Date Time: 09/08/2012 12:15
Matrix: Surfacewater Discharge/Site No: Regulatory ID:

Metals by SW846 6000 Series Methods

[Ana!y‘te Result  Flag Units MRL MDL  Method Prepared Analyzed Analyst I
Mercury, dissolved 25 ng/L 0.5 0.2 EPA1B31E 09/18/2012 19:32 09/19/2012 14:53 JBP
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P.O. Box 907, 825 Industrial Road

Madisonville, KY 42431
270.821.7375
www.mccoylabs.com

Lab Sample ID: 2091393-03

McCOY & McCQY
LABORATORIES, Inc.

Description: INSB-ALK 1630_BRE0GZEPA_09082012

Metals by SW846 6000 Series Methods

ANALYTICAL RESULTS

Sample Collection Date Time: 09/08/2012 09:50
Sample Received Date Time: 09/08/2012 12:15

Lexingten, KY
859.299.7775

Louisville, KY
502.961.0001

Pikeville, KY
606.432.3104

Paducah, KY
270.444.6547

"Providing Tomorrow's Analytical Capabilites Today"

[ Analyte Result Flag Units MRL MDL Method Prepared Analyzed Analyst I
Antimony 0.002 mgiL 0.002 0.001 SWB846 6020C 09/11/2012 08:00 08/18/2012 00:24 JCD
Arsenic 0.0014 mg/L 0.0005 0.0002 SWB846 6020C 09/11/2012 08:00 09/11/2012 19:56 JCD
Beryllium ND mg/L 0.0010  0.0005 SWB846 6020C 09/11/2012 08:00 09/12/2012 20:10 JCD
Cadmium ND y mg/L 00005 00002 SW8468020C  08/11/2012 08:00 09/11/2012 19:56 Jco
Calcium 73.8 ma/L 0.20 0.06 SWB846 60108 09/11/2012 08:00 09/12/2012 22:59 MLC
Chromium 0.0004 J mg/L 0.001 00003 SW8468020C  09/11/2012 08:00 09/11/2012 19:56 Jcp
Lead ND mg/L 0.0010  0.0005 SWe466020C  09/11/2012 08:00 09/11/2012 19:56 Jep
Magnesium 73.7 mgl/L 0.100 0045 SW8466010B  09/11/2012 08:00 08/12/2012 22:59 MLC
Manganese 0.027 mg/L 0.003 0.001 SW846 6020C 09/11/2012 08:00 09/11/2012 19:56 JCD
Potassium 9.19 mag/L 0.01 0.01 SW846 6010B 09/11/2012 08:00 09/12/2012 22:58 MLC
Silver ND u mg/L 0.0005 0.0002 SWB&466020C  09/11/2012 08:00 09/11/2012 19:56 Jeo
Thallium ND u mg/l 0.0010 0.0004 SW846 6020C 09r11/2012 08:00 09/11/2012 19:56 JCD
Vanadium 0.003 mg/L 0.002 0.002 8W846 6020C 09/11/2012 08:00 09/12/2012 20:10 JCD
Zing ND mglL 0.010  0.010 SW8466020C  09/11/2012 08:00 09/11/2012 19:56 JcD
Metals (Dissolved) by SW846 6000 Series Methods

I Analyte Result Flag Units MRL MDL Method Prepared Analyzed Analyst |
Aluminum ND u mgiL 0.02 0.007 SW846 6020C 09/12/2012 16:59 09/15/2012 00:40 JCD
Arsenic 0.0009 mg/L 0.0005 0.0002 SW846 6020C 09/12/2012 16:59 09/15/2012 00:40 JCD
Beryllium ND y mg/L 0.0005 (0.0005 SW8466020C 09/12/2012 16:59 09/15/2012 00:40 JCD
Cadmium ND y magilL 0.0005 0.0001 SWW846 6020C 09/12/2012 16:59 09/15/2012 00:40 JCD
Chromium ND mg/L 0.002 0.0003 SWB8466020C 09/12/2012 16:59 09/15/2012 00:40 JCD
Iran ND u mg/L 0.02 0.006 SWB846 60108 09/12/2012 16:55 09/19/2012 18:50 MLC
Lead ND y mg/L 0.0020 0.0020 SW846 6020C 09/12/2012 16:59 09/15/2012 00:40 JCD
Nickel 0.0098 mg/L 0.0005 0.0002 SW846 6020C 08/12/2012 16:52 09/15/2012 00:40 JCD
Silver ND y mg/L 0.0005 0.0002 SW8466020C 09/12/2012 16:59 09/15/2012 00:40 JCD
Thallium ND u mg/L 0.0005 0.0005 SWB8466020C 09/12/2012 16:59 09/15/2012 00:40 JCD
Vanadium ND uy mg/L 0.002 0.002 SWe46 60200 09/12/2012 16:59 09/15/2012 00:40 JCD
Zinc ND y mgiL 0.010 0.010 SwWa4e 6020C 09/12/2012 16:59 09/15/2012 00:40 JCD
Conventional Chemistry Analyses 01

| Analyte Result Flag Units MRL MDL Method Prepared Analyzed Analyst |
Acidity ND y mg/L 1 1 SM2310B 09/10/2012 17:00 09/10/2012 17:00 TLB
Bicarbonate Alkalinity as 392 B mgiL 1 1 SM2320B 09/13/2012 09:16 09/13/2012 09:16 DDM
CaCo3

Total Alkalinity 404 B mg/L 1 1 SM2320B 09/10/2012 16:40 09/10/2012 16:40 DJK
Chloride 223 D mg/L 1.0 1.0 SW8a46 8056 09/16/2012 2345 09/16/2012 23:45 DMH
Specific Conductance 3560 umhosfcm 1 1 SM2510B 09/11/2012 11:02 09/11/2012 14:00 TLB
(Lab)

Hardness as CaCO3 510 mg/L 1 1 SM2340C 09/12/2012 02:50 09/12/2012 14:32 JTL
pH (Lab) 8.38 H3 Std. Units 0,10 0.10 SM4500H+B 09/11/2012 11:30 09/11/2012 15:00 TLB
Sulfate 1680 D mag/L 10 2 SWaB46 9056 09/16/2012 23:45 09/16/2012 23:45 DMH
Total Dissolved Solids 2540 mg/L 10 10 SM2540C 09/11/2012 10:31 09/11/2012 15:08 DDM
Total Suspended Solids 12 mg/L 4 2 SM2540D 09/11/2012 11:24 09/11/2012 12:36 JTL
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Lexington, KY Pikeville, KY
M CCOY & M CCOY 859,299.7775 606.432.3104
LABORATORIES, Inc.
Louisville, KY Paducah, KY
P.0. Box 907, 825 Industrial Road 502.961.0001 270.444.6547

Madisonville, KY 42431
270.821.7375

wWww.mccoylabs.com "Providing Tomorrow's Analytical Capabilites Today"

ANALYTICAL RESULTS

Sample Collection Date Time: 09/08/2012 09:50
Sample Received Date Time: 09/08/2012 12:15

Lab Sample ID: 2091393-03RE1
Description: INSB-ALK

Matrix: Surfacewater Discharge/Site No: Regulatory ID:

Metais by SW846 6000 Series Methods

‘ Analyte Result Flag Units MRL MDL Method Prepared Analyzed Analyst |
Aluminum 0.10 mg/L 0.02 0.007 8W846 6020C 09/25/2012 12:08 09/26/2012 05:05 RND
Copper 0.001 J magiL 0.002 0.0005 $SWB846 6020C 09/25/2012 12:08 09/26/2012 05:05 RND
Iron 0.20 mg/L 0.06 0.02 SWsa46 6010B 09/25/2012 12:08 09/27/2012 01:29 MLC
Mercury 1.3 ngiL 0.5 0.2 EPA1831E 09/18/2012 19:32 09/19/2012 14:56 JBP
Mercury in Field Blank 04 J ng/L 05 0.2 EPA1631E 09/18/2012 19:32 09/19/2012 14:07 JBP
Nickel 0.0036 mg/L 0.0015 0.0005 SW8466020C  09/25/2012 12:08 09/26/2012 05:05 RND
Sodium 815 D1 mg/L 1.30 050 SWe466010B  09/11/2012 08:00 09/20/2012 13:31 MLC
Metals (Dissolved) by SW846 6000 Series Methods

| Analyte Result  Flag Units MRL MDL  Method Prepared Analyzed Analyst |
Antimony 0.001 J magfL 0.005 0.001 SW846 6020C 09/25/2012 17:13 09/28/2012 22;30 RND
Copper 0.0008 J ma/L 0.001 0.0002 SWB846 6020C 0%8/25/2012 17:13 09/26/2012 22:30 RND
Iron 0.009 B,J mg/L 0.02 0.006 SW846 60108 09/25/2012 17:10 09/28/2012 01:21 MLC
Selenium 0.002 mg/L 0.001 0.0009 SWa46 6020C 09/25/2012 17:13 09/26/2012 22:30 RND
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McCOY & McCOY 500007775 6064325104
LABORATORIES, Inc.

P.0. Box 907, 825 Industrial Road
Madisonville, KY 42431

270.821.7375
www.mccoylabs.com

Louisville, KY Paducah, KY
502.961.0001 270.444.6547

"Providing Tomorrow's Analytical Capabilites Today"

ANALYTICAL RESULTS
Lab Sample ID: 2091393-03RE2 Sample Collection Date Time: 09/08/2012 09:50
Description: INSB-ALK Sample Received Date Time: 09/08/2012 12:15
Matrix: Surfacewater Discharge/Site No: Regulatory ID:
Metals (Dissolved) by SW846 6000 Series Methods
| Analyte Result  Flag Units MRL MDL Method Prepared Analyzed Analyst I
Manganese ND y mg/L 0.004 0002 SW8466020C 10/01/2012 13:59 10/03/2012 22:20 JcD
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Lexington, KY Pikeville, KY
MCCOY & MCCOY 850.200.7775 606.432.3104
LABORATORIES, Inc.

Louisville, KY Paducah, KY
P.0O. Box 907, 825 Industrial Road 502.961.0001 270.444.6547

Madisonville, KY 42431
270.821.7375

www.mccoylabs.com "Providing Tomorrow's Analytical Capabilites Today"
ANALYTICAL RESULTS
Lab Sample ID: 2091393-03RE3 Sample Collection Date Time: 09/08/2012 09:50
Description: INSB-ALK Sample Received Date Time: 09/08/2012 12:15
Matrix: Surfacewater Discharge/Site No: Regulatory ID:

Metals by SW846 6000 Series Methods

[Ana1yte Result Flag Units MRL MDL Method Prepared Analyzed Analyst l
Selenium 0.002 mg/L 0.002 0.0005 SWB846 6020C 09/25/2012 12:08 10/02/2012 23:12 JCD
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P.O. Box 907, 825 Industrial Road

Madisonville, KY 42431
270.821.7375
www.mccoylabs.com

Lab Sample ID: 20913%3-04RE1
Description; INSB-ALK

McCQY & McCOY Lexington, KY
LABORATORIES, Inc.

858.299.7775

Louisville, KY
502.961.0001

"Providing Tomorrow's Analytical Capabilites Today

ANALYTICAL RESULTS

Pikeville, KY
606.432.3104

Paducah, KY
270.444.6547

Sample Collection Date Time: 09/08/2012 09:50
Sample Received Date Time: 09/08/2012 12:15

Matrix: Surfacewater Discharge/Site No: Regulatory ID:

Metals by SW846 6000 Series Methods

| Analyte Result  Flag Units MRL MDL Method Prepared Analyzed Analyst J
Mercury, dissolved 1.5 ng/L 0.5 0.2 EPA1631E 09/18/2012 19:32 09/19/2012 14:59 JBP
Mercury in Field Blank, 0.6 ng/L. 0.5 0.2 EPA1831E 09/18/2012 19:32 09/19/2012 14:10 JBP

dissolved
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P.0O. Box 907, 825 Industrial Road

Madisonville, KY 42431
270.821.7375
www.mccoylabs.com

Lab Sample ID: 2091393-05

McCOY & McCQOY
LABORATORIES, Inc.

ANALYTICAL RESULTS

Description: INSB-ALK 1630_FIELDBLANKEPA_09082012

Metals by SW846 6000 Series Methods

Sample Collection Date Time: 09/08/2012 09:50
Sample Received Date Time: 09/08/2012 12:15

Lexington, KY
859.299.7775

Louisville, KY
502.961.0001

Pikeville, KY
606.432.3104

Paducah, KY
270.444.6547

"Providing Tomorrow's Analytical Capabilites Today"

[ Analyte Result Flag Units MRL MDL  Method Prepared Analyzed Analyst |
Aluminum ND u mg/L 0.02 0.007 SW846 6020C 09/11/2012 08:00 09/12/2012 20:17 JCD
Antimony ND y mg/L 0.002 0.001 SW846 6020C 09/11/2012 08:00 09/12/2012 20:17 JCD
Arsenic 0.0005 mg/L 0.0005 0.0002 SWB846 6020C 09/11/2012 08:00 09/12/2012 20:17 JCD
Beryllium ND y mgiL 0.0010 0.0005 SW846 6020C 09/11/2012 08:00 09/12/2012 20:17 JCD
Cadmium ND u mg/L 0.0005 0.0002 SW8466020C 09/11/2012 08:00 08/12/2012 20:17 JCD
Calcium 0.06 J ma/L 0.20 0.06 SW846 6010B 09/11/2012 08:00 09/12/2012 23:02 MLC
Chromium ND y mg/L 0.001 0.0003 SW846 6020C 09/11/2012 08:00 09/12/2012 20:17 JCcD
Copper ND y mg/L 0.002 0.0005 SWB8466020C 09/11/2012 08:00 09/11/2012 20:00 JCD
Iron ND y mag/L 0.06 0.02 SW846 6010B 09/11/2012 08:00 09/12/2012 23:02 MLC
Lead ND u mg/L 0.0010 0.0005 SW8466020C 09/11/2012 08:00 09/11/2012 20:00 JCD
Magnesium ND uy ma/L 0.100 0.045 SWe46 6010B 09/11/2012 ©8:00 09/12/2012 23:02 MLC
Manganese ND gy maill 0.003 0.001 SW846 6020C 09/11/2012 08:00 09/12/2012 20:17 JCD
Nickel ND y mg/L 0.0015  0.0005 SW846 6020C 08/11/2012 08:00 09/12/2012 20:17 JCD
Pofassium 0.60 mg/L 0.01 0.01 Sw846 6010B 09/11/2012 08:00 09/12/2012 23:02 MLC
Selenium ND u mg/L 0.002 0.0005 SW8466020C 09/11/2012 08:00 09/12/2012 20:17 JCD
Silver ND u mg/L 0.0005 0.0002 SW846 8020C 09/11/2012 08:00 09/12/2012 20:17 JCD
Thallium ND u mg/L 0.0010  0.0004 SWB846 6020C 09/11/2012 08:00 09/11/2012 20:00 JCD
Vanadium 0.006 ma/L 0.002 0.002 SW846 6020C 09/11/2012 08:00 09/12/2012 20:17 JCD
Zinc ND y mg/L 0.010  0.010 SW8466020C  09/11/2012 08:00 08/12/2012 20:17 Jco
Metals (Dissolved) by SW846 6000 Series Methods

| Analyte Result Flag Units MRL MDL Method Prepared Analyzed Analyst ]
Aluminum ND gy mgi/L 0.02 0.007 SW846 6020C 08/12/2012 16:59 09/15/2012 00:46 JCD
Antimony ND  y,va mg/L 0.005 0.001 SW846 6020C 09/12/2012 16:59 08/15/2012 00:46 JCD
Arsenic ND y mg/L 0.0005 0.0002 SW846 6020C 09/12/2012 16:59 09/15/2012 00:46 JCD
Beryllium ND y mg/L 0.0005 0.0005 SWB846 6020C 09/12/2012 16:59 09/15/2012 00:46 JCD
Cadmium ND gy mg/L 0.0005 0.0001 SWB846 6020C 09/12/2012 16:59 09/15/2012 00:46 JCD
Chromium ND y mg/L 0.002 0.0003 SW846 6020C 09/12/2012 16:59 09/15/2012 00:46 JCD
Copper ND y mg/L 0.001 0.0002 SW846 6020C 09/12/2012 16:59 09/15/2012 00:46 JCD
Iron ND y mg/L 0.02 0.006 SWa46 6010B 09/12/2012 16:55 09/19/2012 18:54 MLC
Lead ND y mg/L 0.0020 0.0020 SW846 6020C 09/12/2012 16:59 09/15/2012 00:46 JCD
Manganese ND y mgi/L 0.004 0.0002 SWB846 6020C 09/12/2012 16:59 09/15/2012 00:46 JCD
Nickel ND mg/L 0.0006 0.0002 SWa466020C 09/12/2012 16:59 09/15/2012 00:46 JCD
Selenium ND y mg/L 0.001 0.0008 SW846 6020C 09/12/2012 16:59 09/15/2012 00:46 JCD
Silver ND u mag/L 0.0005 0.0002 SW846 6020C 09/12/2012 16:59 09/15/2012 00:46 JCD
Thallium ND u ma/L 00005 0.0005 SWa46 6020C 09/12/2012 16:59 09/15/2012 00:46 JCcD
Vanadium ND u mg/L. 0.002 0.002 SW846 6020C 09/12/2012 16:59 09/15/2012 00:46 JCD
Zine ND y mg/L 0.010 0.010 SW846 6020C 09/12/2012 16:58 09/15/2012 00:46 JCD
Conventional Chemistry Analyses_01

| Analyte Result Flag Units MRL MDL Method Prepared Analyzed Analyst
Acidity ND u mg/L 1 1 SM2310B 09/10/2012 17:00 09/10/2012 17:00 TLB
Bicarbonate Alkalinity as 3 B mg/L 1 1 SM2320B 09/13/2012 09:16 09/13/2012 09:16 DDM
CaCO3

Total Alkalinity 4 B mg/L 1 1 SM2320B 09/10/2012 16:40 09/10/2012 16:40 DJK
Chloride ND mag/L 0.1 0.1 SWa46 9056 09/17/2012 00:06 09/17/2012 00:06 DMH
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McCQY & McCQY
LABORATORIES, Inc.
P.O. Box 907, 825 Industrial Road
Madisonville, KY 42431

270.821.7375
www.mccoylabs.com

Conventional Chemistry Analyses_01

Lexington, KY
859.299.7775

Louisville, KY
502.961.0001

Pikeville, KY
606.432.3104

Paducah, KY
270.444.6547

"Providing Tomorrow's Analytical Capabilites Today"

‘ Analyte Result Flag Units MRL MDL Methed Prepared Analyzed Analyst |
Specific Conductance 2 umhos/cm 1 1 SM2510B 09/11/2012 11:02 09/11/2012 14:00 TLB
(Lab)

Hardness as CaCO3 ND gy mg/L 1 1 SM2340C 09/12/2012 09:50 09/12/2012 14:32 JTL

pH (Lab) 4.78 H3 Std. Units 0.10 0.10 SM4500H+B 09/11/2012 11:30 09/11/2012 15:00 TLB
Sulfate 0.7 J ma/L 1 0.2 SWB846 9056 09/17/2012 00:06 09/17/2012 00:06 DMH
Total Dissolved Solids ND uy mg/L 10 10 SM2540C 09/11/2012 10:31 09/11/2012 15:10 DDM
Total Suspended Solids ND gy mg/L 4 2 SM2540D 09/11/2012 11:24 09/11/2012 12:38 JTL
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McCQY & McCQY Lamirgiury 0t
LABORATORIES, Inc.

P.0. Box 907, 825 Industrial Road

Madisanville, KY 42431
270.821.7375

www.mecoylabs.com

Lab Sample ID: 2091393-05RE1
Description: INSB-ALK

Louisville, KY
502.961.0001

Pikeville, KY
606.432.3104

Paducah, KY
270.444.6547

"Providing Tomorrow's Analytical Capabilites Today"

ANALYTICAL RESULTS

Sample Collection Date Time: 08/08/2012 08:50
Sample Received Date Time: 09/08/2012 12:15

Matrix: Surfacewater Discharge/Site No: Regulatory 1D:

Metals by SW846 6000 Series Methods

I Analyte Result  Flag Units MRL MDL Method Prepared Analyzed Analyst l
Sodium ND u mg/L 0.13 0.05 SW846 60108 09/11/2012 08:00 08/13/2012 18:25 MLC
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Lexington, KY Pikeville, KY
MCCOY & MCCOY 859.2?3‘9.7775 606.432.3104
LABORATORIES, Inc.

Louisville, KY Paducah, KY
P.O. Box 907, 825 Industrial Road 502.961.0001 270.444.6547
Madisonville, KY 42431

270.821.7375
www.mccoylabs.com "Providing Tomorrow's Analytical Capabilites Today"

Notes for work order 2091383
- Samples collected by MMLI personnel are done so in accordance with procedures set forth in MMLI field services SOPs.
- All Waste Water analyses comply with methodology requirements of 40 CFR Part 136.
- All Drinking Water analyses comply with methodology requirements of 40 CFR Part 141.
- Unless otherwise noted, all quantitative results for soils are reported on a dry weight basis.
- The Chain of Custody document is included as part of this repori.
- All Library Search analytes should be regarded as tentative identification based on the presumptive evidence of the mass spectra.

L1 The associated blank spike recovery was above method acceptance limits.

B1 Target analyte detected in method blank at or above the method reporting limit. Concentration found in the sample
was 10 times above the concentration found in the method blank.

D Results reported from dilution,

D1 Sample required dilution due to high concentration of target analyte.

H3 Sample received and analyzed past holding time.

J Estimated value.

B Target analyte detected in method blank at or above the method reporting limit.

J5 Concentration estimated. Internal standard recoveries did not meet method acceptance criteria.

Y1 Sample RPD exceeded the methad control limit.

M1 Matrix spike recovery was high; the method contral sample recovery was acceptable.

M2 Matrix spike recovery was low; the method control sample recovery was acceptable,

M3 The accuracy of the spike recovery value is reduced since the analyte concentration in the sample is
disproportionate to spike level. The method control sample recovery was acceptable,

u Target analyte was analyzed for, but was below detection limit (the value associated with the qualifier is the
laboratory method detection limit in our LIMS system).

V1 CCV recovery was above method acceptance limits. This target analyte not detected in the sample.

V3 CCV recovery was above method acceptance limits. This target analyte detected in the sample, but the sample not
reanalyzed.

Ja Concentration estimated. Analyte detected below laboratory minimum reporting level (MRL), but not confirmed by

alternate analysis.

Standard Quallifiers/Acronymns

MDL Method Detection Limit
MRL Minimum Reporting Limit
ND Not Detected

LCS Laboratory Control Sample
MS Matrix Spike

MSD Matrix Spike Duplicate
DUP Sample Duplicate

% Rec Percent Recovery

RPD Relative Percent Difference
: Greater than permit limits

Less than permit limits

Analyses performed at the Madisonville KY location unless specified with the following location codes.

02 Pikeville, KY

03 Paducah, KY
04 Lexington, KY
05 Louisville, KY
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McCOY & McCOY
LABORATORIES, Inc.

P.O. Box 907, 825 Industrial Road
Madisonville, KY 42431
270.821.7375

www.mccoylabs.com

Certified Analyses included in this Report
Analyte Certifications

Lexington, KY
859.299.7775

Louisville, KY
502.961.0001

Pikeville, KY
606.432.3104

Paducah, KY
270.444.6547

"Providing Tomorrow's Analytical Capabilites Today"

EPA 1631E in Water

Mercury VA NELAC (460210)
Mercury, dissolved VA NELAC (460210)
Mercury in Field Blank VANELAC (460210)
Mercury in Field Blank, dissclved VA NELAC (460210)
SM23208 in Water
Total Alkalinity KY Drinking Water (00030) VA NELAC (460210)
Bicarbonate Alkalinity as CaC03 KY Drinking Water (00030}

SM2340C in Water
Hardness as CaCO3 KY Drinking Water (00030)

SM2510B in Water
Specific Conductancs (Lab) KY Drinking Water (00030) VA NELAC (460210}

SM2540C in Water
Total Dissolved Solids KY Drinking Water (00030) VA NELAC (460210)

SM4500H+B in Water

pH (Lab) KY Drinking Water (00030) VA NELAC (460210)
SW846 9056 in Water

Chloride K Drinking Water (00030)

Sulfate KY Drinking Water (00030)
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LABORATORIES, Inc.

Louisville, KY Paducah, KY
P.O. Box 907, 825 Industrial Road 502.961.0001 270.444.6547
Madisonville, KY 42431

270.821.7375
www.mccoylabs.com "Providing Tomorrow's Analytical Capabilites Today"

Certificate of Analysis

Robert Pendleton Report Printed: 10/12/2012 15:59
Peabody Midwest Mining LLC

7100 Eagle Crest Blvd

Evansville IN, 47715

IProiect Name: Indiana Workorder: 2092480

Dear Robert Pendleton
Enclosed are the analytical results for samples received at the lab on 09/25/2012 07:39.

McCoy & McCoy Laboratories, Inc located in Madisonville, Kentucky is a National Environmental Laboratory
Accreditation Program (NELAP) accredited laboratory and as such, certifies that all applicable test results
meet the requirements of NELAP.

If you have any questions regarding this certificate of analysis, please contact us at (270) 821-7375.

Please visit us at www.meccoylabs.com for a listing of NELAP accreditations and Scope of Work, as well as
other links to Water Quality documentation on the internet.

This laboratory report may not be reproduced, except in full, without the written approval of McCoy & McCoy
Laboratories, Inc.

Tt

This page is included as part of the Analytical Report and must
be retained as a permanent record thereof.

Syd Tate, Data Reviewer

Printed on 10/12/2012 at 3:59:31PM I Page 1 0f 13 I




McCOY & McCOY g
LABORATORIES, Inc,
Louisville, KY Paducah, KY

P.O. Box 907, 825 Industrial Road 502.961.0001 270.444.6547
Madisonville, KY 42431
270.821.7375
www.mccoylabs.com

"Providing Tomoarrow's Analytical Capabilites Today"

SAMPLE SUMMARY
Lab ID Client Sample ID/Alias Matrix Date Collected Date Received Sampled By
2092480-01 INSB-ALK/1630_BREOS3EPA_092420 Surfacewater 09/24/2012 10:55 09/25/2012 7:39 Forrest Crowe
12
2092480-02 ;NSB-ALKH630_BRE053EPA_092420 Surfacewaler 09/24/2012 10:55 09/25/2012 7:39 Forrest Crowe
2
2092480-03 INSB-ALK/1630_FIELDBLANKEPA_09 Surfacewater 09/24/2012 10:55 09/25/2012 7:39 Forrest Crowe
242012
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McCQY & McCQY
LABORATORIES, Inc.

P.O. Box 907, 825 Industrial Road
Madisonville, KY 42431
270.821.7375

www.mccoylabs.com

Lab Sample ID: 2092480-01
Description: INSB-ALK 1630_BRE053EPA_09242012

Lexington, KY Pikeville, KY

859.299.7775 606.432.3104
Louisville, KY Paducah, KY
502.961.0001 270.444.6547

"Providing Tomarrow's Analytical Capabilites Today"

ANALYTICAL RESULTS

Sample Collection Date Time: 09/24/2012 10:55
Sample Received Date Time: 09/25/2012 07:39

Metals by SWB46 6000 Series Methods

| Analyte Result  Flag Units MRL MDL Method Prepared Analyzed Analyst |
Mercury 4.2 ng/L 0.5 0.2 EPA 1631E 09/26/2012 08:09 09/27/2012 18:18 JBP
Mercury in Field Blank ND y ng/L 0.5 0.2 EPA1631E 09/26/2012 08:09 09/27/2012 12:41 JBP
Metals by EPA 200 Series Methods

| Analyte Result Flag Units MRL MDL Method Prepared Analyzed Analyst
Aluminum 0.04 ma/L 002 0007 EPAZ200.8 09/25/2012 12:08 09/26/2012 05:18 RND
Antimony ND 13,u ma/L 0.002  0.001 EPA200.8 09/25/2012 12:08 09/26/2012 05:18 RND
Arsenic 0.0011 mg/L 0.0005 0.0002 EPA200.8 09/25/2012 12:08 09/26/2012 05:18 RND
Beryllium ND wvi,u mg/L 0.0010  0.0005 EPA200.8 09/25/2012 12:08 10/08/2012 01:57 JcD
Cadmium ND u mgfL. 0.0005 0.0002 EPA200.8 09/25/2012 12:08 09/26/2012 05:18 RND
Calcium 192 mg/L 0.20 0.06 EPA 200.7 09/25/2012 12:08 09/27/2012 01:43 MLC
Chromium ND y ma/L 0.001  0.0003 EPA200.8 09/25/2012 12:08 09/26/2012 05:18 RND
Copper 0.0008 J mgiL 0.002 0.0005 EPA 2008 09/25/2012 12:08 09/26/2012 05:18 RND
Iron 0.14 mg/L 0.08 0.02 EPA200.7 09/25/2012 12:08 09/27/2012 01:43 MLC
Lead ND y mgiL 0.0010 0.0005 EPA200.8 08/25/2012 12:08 09/26/2012 05:18 RND
Manganese 0.348 maiL 0.003  0.001 EPAZ200.8 09/25/2012 12:08 09/26/2012 05:18 RND
Nickel 0.0063 mg/L 0.0015 0.0005 EPA 200.8 09/25/2012 12:08 09/26/2012 05:18 RND
Selenium 0.0007 J mg/L 0.002  0.0005 EPA200.8 09/25/2012 12:08 09/26/2012 05:18 RND
Silver ND (2,u maiL 0.0005 0.0002 EPA 200.8 09/25/2012 12:08 09/26/2012 05:18 RND
Thallium ND u mg/L 0.0010  0.0004 EPA200.8 09/25/2012 12:08 09/26/2012 05:18 RND
Vanadium ND u mail 0002  0.002 EPAZ200.8 09/25/2012 12:08 09/26/2012 05:18 RND
Zine ND mgiL 0.010  0.010 EPA200.8 09/25/2012 12:08 09/26/2012 05:18 RND
Metals {Dissolved) by EPA 200 Series Methods

| Analyte Result ﬁag Units MRL MDL Method Prepared Analyzed Analyst |
Aluminum 0.02 mg/L 002  0.007 EPA2003 09/26/2012 08:15 10/03/2012 23:31 Jep
Antimony ND y mg/L 0.005  0.001 EPA200.8 09/26/2012 08:15 10/02/2012 23:34 Jeb
Arsenic 0.0011 mg/L 0.0005 0.0002 EPA200.8 09/26/2012 08:15 10/02/2012 23:34 Jcb
Beryllium ND y mg/L 0.0005 0.0005 EPA200.8 09/26/2012 08:15 10/02/2012 23:34 JCD
Cadmium ND u mg/L 0.0005 0.0001 EPA 200.8 09/26/2012 08:15 10/02/2012 23:34 JCD
Chromium ND u mgiL 0.002 0.0003 EPA200.8 09/26/2012 08:15 10/02/2012 23:34 JcD
Copper ND y mg/L 0.001  0.0002 EPAZ200.3 09/26/2012 08:15 10/02/2012 23:34 JcD
Iron 0.05 mg/L 0.02  0.008 EPAZ200.7 09/26/2012 08:18 09/29/2012 11:06 MLC
Lead ND y ma/L 0.0020 0.0020 EPA200.8 09/26/2012 08:15 10/02/2012 23:34 Jcp
Manganese 0.267 mg/L 0.002 0.0001 EPAZ200.8 00/26/2012 08:15 10/02/2012 23:34 JcD
Nickel 0.0003 J mgiL 0.0005 0.0002 EPA200.8 09/26/2012 08:15 10/02/2012 23:34 Jcb
Selenium 0.001 mg/L 0.001 0.0009 EPA 200.8 09/26/2012 08:15 10/02/2012 23:34 JCD
Silver ND u ma/L 0.0005 0.0002 EPA200.8 09/26/2012 08:15 10/02/2012 23:34 Jcp
Thallium ND mg/L 0.0005 0.0005 EPA200.8 09/26/2012 08:15 10/02/2012 23:34 Jcp
Vanadium ND y ma/L 0.002  0.002 EPA200.8 09/26/2012 08:15 10/02/2012 23:34 JCD
Zinc ND u mgfL 0.010  0.010 EPA200.8 09/26/2012 08:15 10/02/2012 23:34 JcD
Conventional Chemistry Analyses_01

| Analyte Result  Flag Units MRL MDL Method Prepared Analyzed Analyst |
Acidity ND y mafl. 1 1 SM2310B 09/28/2012 15:00 09/28/2012 15:00 TLB
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Madisonville, KY 42431
270.821.7375
www.mccoylabs.com

Conventional Chemistry Analyses_01

McCQOY & McCQOY
LABORATORIES, Inc.

P.0O. Box 907, 825 Industrial Road

Lexingtan, KY
859.299.7775

Louisville, KY
502.961.0001

Pikeville, KY
606.432.3104

Paducah, KY
270.444.6547

"Providing Tomorrow's Analytical Capabilites Today"

| Analyte Result Flag Units MRL MDL Methed Prepared Analyzed Analyst ]
Bicarbonate Alkalinity as 431 B mg/L 1 1 SM2320B 09/27/2012 08:13 09/27/2012 08:13 DDM
CaCo3

Total Alkalinity 431 B mg/L 1 1 SM23208 09/27/2012 08:13 09/27/2012 08:13 DDM
Chloride 12.2 mg/L 0.1 0.1 EPA300.0 10/02/2012 21:06 10/02/2012 21:08 DMH
Specific Conductance 2740 umhos/em 1 1 SM2510B 09/28/2012 09:22 10/01/2012 09:00 TLB
(Lab}

Hardness as CaCO3 920 mg/L 1 1 SM2340C 09/26/2012 08:09 09/26/2012 15:40 JTL
pH (Lab) 7.81 H3 Std. Units 0.10 0.10 SM4500H+B 09/28/2012 16:00 09/28/2012 16:00 TLB
Total Dissolved Solids 2120 mg/L 10 10 SM2540C 09/27/2012 10:26 09/27/2012 15:12 DDM
Total Suspended Solids 6 mg/L 4 2 SM2540D 09/26/2012 10:16 09/26/2012 10:31 JTL
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McCQOY & McCOY
LABORATORIES, Inc.

P.0. Box 907, 825 Industrial Road
Madisonville, KY 42431
270.821.7375

www.mccoylabs.com

Lab Sample ID: 2092480-01RE1
Description: INSB-ALK

ANALYTICAL RESULTS

Sample Collection Date Time: 09/24/2012 10:55
Sample Received Date Time: 09/25/2012 07:39

Lexington, KY Pikeville, KY
859.299.7775 606.432.3104

Louisville, KY Paducah, KY
502.961.0001 270.444.6547

"Providing Tomoarrow's Analytical Capabilites Teday"

Matrix: Surfacewater Discharge/Site Na: Regulatory 1D:

Metals by EPA 200 Series Methods

| Analyte Result  Flag Units MRL MDL Method Prepared Analyzed AnajystJ
Magnesium 109 mg/L 0.100 0.045 EPA 200.7 09/25/2012 12:08 09/27/2012 15:24 MLC
Conventional Chemistry Analyses_01

| Analyte Result  Flag Units MRL MDL Method Prepared Analyzed Analyst |
Sulfate 1360 D mg/L 20 4 EPA 300.0 10/05/2012 02:46 10/05/2012 02:48 DMH
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McCOY & McCOY Ly, v
LABORATORIES, Inc.

P.O. Box 907, 825 Industrial Road

Madisonville, KY 42431
270.821.7375

www.mccoylabs.com

Lab Sample ID: 2092480-01RE2
Description: INSB-ALK

Louisville, KY
502.961.0001

Pikeville, KY
606.432.3104

Paducah, KY
270.444.6547

"Providing Tomormow's Analytical Capabilites Today"

ANALYTICAL RESULTS

Sample Collection Date Time: 09/24/2012 10:55
Sample Received Date Time: 09/25/2012 07:39

Matrix: Surfacewater Discharge/Site No: Regulatory ID:
Metals by EPA 200 Series Methods
| Analyte Result  Flag Units MRL MDL Method Prepared Analyzed Analyst I
Potassium 9.94 B1,B mg/L 0.01 0.01 EPA200.7 09/25/2012 12:.08 09/28/2012 18:20 MLC
Sodium 378 B1,B, mg/L 0.13 0.05 EPA 200.7 09/25/2012 12:08 09/28/2012 18:20 MLC

E
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McCQOY & McCQY ;g;i;g*;{';;;;
LABORATORIES, Inc.

P.0O. Box 907, 825 Industrial Road

Madisonville, KY 42431
270.821.7375
www.mccoylabs.com

Lab Sample |D: 2092480-02RE1
Description: INSB-ALK

Louisville, KY
502.961.0001

"Providing Tomorrow's Analytical Capabilites Today'

ANALYTICAL RESULTS

Pikeville, KY
606.432.3104

Paducah, KY
270.444.6547

Sample Collection Date Time: 09/24/2012 10:55
Sample Received Date Time: 09/25/2012 07:39

Matrix: Surfacewater Discharge/Site No: Regulatory 1D:

Metals by SW846 6000 Series Methods

| Analyte Result Flag Units MRL MDL Method Prepared Analyzed Analyst |
Mercury, dissolved 1.8 ng/L 0.5 0.2 EPA1631E 10/04/2012 18:00 10/05/2012 19:35 JBP
Mercury in Field Blank, 0.6 ng/L 0.5 0.2 EPA1631E 10/04/2012 18:00 10/05/2012 19:01 JBP

dissolved

| Page70f13 |




McCQOY & McCOY
LABORATORIES, Inc.

P.O. Box 907, 825 Industrial Road
Madisonville, KY 42431
270.821.7375

www.mccoylabs.com

ANALYTICAL RESULTS

Sample Collection Date Time: 09/24/2012 10:55
Sample Received Date Time: 09/25/2012 07:39

Lab Sample |ID: 2092480-03
Description: INSB-ALK 1630_FIELDBLANKEPA_09242012

Metals by EPA 200 Series Methods

Lexington, KY
859.299.7775

Louisville, KY
502.961.0001

Pikeville, KY
606.432.3104

Paducah, KY
270.444.6547

"Providing Tomorrow's Analytical Capabilites Today"

| Analyte Result Flag Units MRL MDL  Method Prepared Analyzed Analyst l
Aluminum ND y mg/L 0.02 0.007 EPA 2008 09/25/2012 12:08 09/26/2012 05:25 RND
Antimony ND yu mg/L 0002  0.001 EPA20038 09/25/2012 12:08 09/26/2012 05:25 RND
Arsenic ND y mg/L 0.0005 0.0002 EPA200.8 09/25/2012 12:08 09/26/2012 05:25 RND
Beryllium ND y mg/L 0.0010  0.0005 EPA 200.8 09/25/2012 12:08 10/02/2012 23:56 JCD
Cadmium ND y mg/L 0.0005 0.0002 EPA200.8 09/25/2012 12:08 09/26/2012 05:25 RND
Calcium 014 J mg/L 0.20 0.06 EPA 200.7 09/25/2012 12:08 09/27/2012 01:47 MLC
Chromium ND u mg/L 0.001 0.0003 EPA 200.8 09/25/2012 12:08 09/26/2012 05:25 RND
Copper ND u mg/L 0.002 0.0005 EPA200.8 09/25/2012 12:08 09/26/2012 05:25 RND
Iron ND gy mg/L 0.06 0.02 EPA200.7 09/25/2012 12:08 08/27/2012 01:47 MLC
Lead ND y mog/L 0.0010  0.0005 EPA200.8 09/25/2012 12:08 09/26/2012 05:25 RND
Manganese ND y mg/L 0.003 0.001 EPA200.8 09/25/2012 12:08 09/26/2012 05:25 RND
Nickel ND y mg/L 0.0015 0.0005 EPA200.8 08/25/2012 12:08 09/26/2012 05:25 RND
Selenium ND o mg/L 0.002 0©.0005 EPA200.8 09/25/2012 12:08 09/26/2012 05:25 RND
Silver ND 2,u mg/L 0.0005 0.0002 EPA 200.8 09/25/2012 12:08 10/02/2012 23:56 JCD
Thallium ND y mg/L 0.0010 0.0004 EPA 200.8 09/25/2012 12:08 09/26/2012 05:25 RND
Vanadium ND y mg/L 0.002 0.002 EPA 200.8 09/25/2012 12:08 09/26/2012 05:25 RND
Zinc ND y mg/L 0.010 0.010 EPA 200.8 09/25/2012 12:08 09/26/2012 05:25 RND
Metals (Dissolved) by EPA 200 Series Methods

| Analyte Result  Flag Units MRL MDL Method Prepared Analyzed Analyst |
Aluminum ND u mgiL 0.02 0.007 EPA200.8 09/26/2012 08:15 10/02/2012 23:56 JCD
Antimony ND u mg/L 0.005 0.001 EPA200.8 09/26/2012 08:15 10/02/2012 23:56 JCD
Arsenic ND u mag/L 0.0005 0.0002 EPA200.8 09/26/2012 08:15 10/02/2012 23:56 JCD
Beryllium ND u mg/L 0.0005 0.0005 EPA 200.8 09/26/2012 08:15 10/02/2012 23:56 JcD
Cadmium ND y mg/L 0.0005 0.0001 EPA200.8 09/26/2012 08:15 10/02/2012 23:56 JCD
Chromium ND y mg/L 0.002 0.0003 EPA 2008 09/26/2012 08:15 10/02/2012 23:56 JCD
Copper 0.003 mg/L 0.001 0.0002 EPA 200.8 09/26/2012 08:15 10/02/2012 23:56 JCD
Iron ND y mg/L 0.02 0.006 EPA 200.7 09/26/2012 08:18 09/29/2012 11:23 MLC
Lead ND y mg/L 0.0020 0.0020 EPA 200.8 09/26/2012 08:15 10/02/2012 23:56 JCD
Manganese ND u mg/L 0.002 0.0001 EPA200.8 09/26/2012 08:15 10/02/2012 23:56 JCD
Nickel ND y mgfL 0.0005 0.0002 EPA200.3 09/26/2012 08:15 10/02/2012 23:56 JcD
Selenium ND y magiL 0.001 0.0009 EPA 200.8 09/26/2012 08:15 10/05/2012 2110 JCD
Silver ND uy mgiL 0.0005 0.0002 EPA200.28 09/26/2012 08:15 10/02/2012 23:56 Jch
Thallium ND y mg/L 0.0005 0.0005 EPA200.8 09/26/2012 08:15 10/02/2012 23:56 JCD
Vanadium ND gy mg/L 0.002 0.002 EPA 200.8 09/26/2012 08:15 10/02/2012 23:56 JCD
Zinc ND gy mg/L 0.010 0.010 EPA 200.8 09/26/2012 08:15 10/02/2012 23:56 JCD
Conventional Chemistry Analyses_01

| Analyte Result  Flag Units MRL MDL Method Prepared Analyzed Analyst |
Acidity 15 B mg/L 1 1 8SM2310B 09/28/2012 15:00 09/28/2012 15:00 TLB
Bicarbonate Alkalinity as 3 B mg/L 1 1 SM2320B 09/27/2012 08:13 09/27/2012 08:13 DDM
CaCo03

Total Alkalinity B mg/L 1 1 SM2320B 09/27/2012 08:13 08/27/2012 08:13 DDM
Chloride ND y mgiL 0.1 0.1 EPA300.0 10/02/2012 22:49 10/02/2012 22:48 DMH
Specific Conductance 2 umhos/cm 1 1 8SM2510B 00/28/2012 09:22 10/01/2012 09:00 TLB
(Lab)

Hardness as CaCO3 ND y mg/L 1 1 SM2340C 09/26/2012 08:09 09/26/2012 15:40 JTL
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McCOY & McCOY
LABORATORIES, Inc.

P.O. Box 907, 825 Industrial Road
Madisonville, KY 42431
270.821.7375

www.mccoylabs.com

Conventional Chemistry Analyses_01

Lexington, KY
859.299.7775

Louisville, KY
502.961.0001

Pikeville, KY
606.432.3104

Paducah, KY
270.444.6547

"Providing Tomerrow's Analytical Capabilites Today"

| Analyte Result Flag Units MRL MDL Method Prepared Analyzed Analyst |
pH (Lab) 528 H3 Std. Units 0.10 0.10 SM4500H+B 09/28/2012 16:00 09/28/2012 16:00 TLB
Sulfate 0.7 J mg/L 1 0.2 EPA300.0 10/02/2012 22:49 10/02/2012 22:49 DMH
Total Dissolved Solids ND u mg/L 10 10 SM2540C 09/27/2012 10:26 09/27/2012 15:14 DDM
Total Suspended Solids ND u mg/L 4 2 SM2540D 09/26/2012 10:16 09/26/2012 10:33 JTL
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McCOY & McCOY

P.O. Box 907, 825 Industrial Road
Madisonville, KY 42431
270.821.7375

www.mccoylabs.com

Lab Sample ID: 2092480-03RE1
Description: INSB-ALK

LABORATORIES, Inc.

Lexington, KY Pikeville, KY

859.299.7775 606.432.3104
Louisville, KY Paducah, KY
502.961.0001 270.444.6547

"Providing Tomorrow's Analylical Capabilites Today"

ANALYTICAL RESULTS

Sample Collection Date Time: 09/24/2012 10:55
Sample Received Date Time; 09/25/2012 07:39

Matrix: Surfacewater Discharge/Site No: Regulatory ID:

Metals by EPA 200 Series Methods

| Analyte Result  Flag Units MRL MDL Method Prepared Analyzed Analyst |
Magnesium 0.045 J mg/L 0.100  0.045 EPA200.7 09/25/2012 12:08 089/27/2012 15:27 MLC
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850.299.7775

LABORATORIES, Inc.

Louisville, KY

P.O. Box 907, 825 Industrial Road 502.961.0001
Madisonville, KY 42431
270.821.7375

www.mccoylabs.com

Lab Sample |ID: 2092480-03RE2
Description: INSB-ALK

Matrix: Surfacewater Discharge/Site No: Regulatory ID:

ANALYTICAL RESULTS

Metals by EPA 200 Series Methods

MCCOY & MCCOY Lexington, KY

Pikeville, KY
606.432.3104

Paducah, KY
270.444.6547

"Providing Tomorrow's Analytical Capabilites Today™

Sample Collection Date Time: 09/24/2012 10:55
Sample Received Date Time: 09/25/2012 07:39

[ Analyte Result Flag Units MRL MDL Method Prepared Analyzed Analyst l
Potassium 161 B mag/L 0.01 0.01 EPA200.7 09/25/2012 12:08 09/28/2012 18:24 MLC
Sodium 288 B maiL 0.13 0.05 EPA200.7 09/25/2012 12:08

Notes for work order 2092480

- Samples collected by MMLI personnel are done sa in accordance with procedures set forth in MMLI field services SOPs.

- All Waste Water analyses comply with methodalogy requirements of 40 CFR Part 136.

- All Drinking Water analyses comply with methodology requirements of 40 CFR Part 141.

- Unless otherwise noted, all quantitative resulis for soils are reported on a dry weight basis.

- The Chain of Custody document is included as part of this report.

- All Library Search analytes should be regarded as tentative identification based on the presumptive evidence of the mass spectra.

Al
u

M3

M2
L2
L1
J
H3

B1

B

CCV recovery was above methed acceptance limits. This target analyte not detected in the sample.

Target analyte was analyzed for, but was below detection limit {the value associated with the qualifier is the
laboratory method detection limit in our LIMS system).

The accuracy of the spike recovery value is reduced since the analyte concentration in the sample is
disproportionate to spike level. The method control sample recovery was acceptable.

Matrix spike recovery was low; the method control sample recovery was acceptable.
The associated blank spike recovery was below method acceptance limits.

The associated blank spike recovery was above method acceptance limits.
Estimated value.

Sample received and analyzed past holding time.

Concentration exceeds calibration range

Results reported fram dilution.

Target analyte detected in method blank at or above the method reporting limit. Concentration found in the sample
was 10 times above the concentration found in the method blank.

Target analyte detected in method blank at or above the method reporting limit,

Standard Quallifiers/Acronymns

MDL
MRL
ND
LCS
MS
MSD
DUP
% Rec
RPD

>
<

Method Detection Limit
Minimum Reporting Limit
Not Detected

Laboratory Control Sample
Matrix Spike

Matrix Spike Duplicate
Sample Duplicate

Percent Recovery

Relative Percent Difference
Greater than permit limits
Less than permit limits

Analyses performed at the Madisonville KY location unless specified with the following location codes.

02
03
04
05

Pikeville, KY

Paducah, KY
Lexington, KY
Louisville, KY

09/28/2012 18:24 MLC
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Madisonville, KY 42431
270.821.7375
www.mecoylabs.com

Certified Analyses included in this Report

Analyte

McCQOY & McCOY
LABORATORIES, Inc.

P.O. Box 907, 825 Industrial Road

Certifications

Lexington, KY
859.299.7775

Louisville, KY
502.961.0001

Pikeville, KY
606.432.3104

Paducah, KY
270.444.6547

"Providing Tomorrow's Analytical Capabilites Today”

EPA 1631E in Water
Mercury
Mercury, dissolved
Mercury in Field Blank
Mercury in Field Blank, dissolved

EPA 200.7 in Water
Calcium
Magnesium
Potassium

Sodium

EPA 200.8 in Water
Aluminum
Beryllium
Antimony
Arsenic
Beryllium
Cadmium
Chromium
Copper
Lead
Manganese
Nickel
Selenium
Silver
Thallium
Vanadium
Zinc

EPA 300.0 In Water
Chiloride
Sulfate

SM2320B in Water
Total Alkalinity
Bicarbonate Alkalinity as CaCO3

SM2340C in Water
Hardness as CaCO3

SM2510B in Water
Specific Conductance (Lab}

SM2540C in Water
Total Dissolved Salids

SM4500H+8 in Water
pH (Lab)

VA NELAC (460210)
VA NELAGC (460210)
VA NELAC (460210)
VA NELAC (460210)

VA NELAG (460210)
VA NELAG (460210)
VA NELAGC (460210)
VA NELAC (460210)

VA NELAC (460210)
KY Drinking Water (00030)
VA NELAC (460210)
VA NELAC (460210)
VA NELAC (460210)
VA NELAC (480210)
VA NELAC (460210)
VA NELAC (480210)
VA NELAC (460210)
VA NELAC (460210)
VA NELAC (460210)
VA NELAC (460210)
VA NELAC (460210)
VA NELAC (460210)
VA NELAC (460210)
VA NELAC (460210)

KY Drinking Water (00030) VA NELAC {460210)
KY Drinking Water (00030) VA NELAC (460210}

KY Drinking Water (00030) VA NELAC (460210)
KY Drinking Water (00030)

K Drinking Water (00030)

KY Drinking Water (00030) VA NELAG (460210)

KY Drinking Water (00030) VA NELAC (460210)

KY Drinking Water (00030) VA NELAC (460210)
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LABORATORIES, Inc.

Louisville, KY Paducah, KY
P.0. Box 907, 825 Industrial Road 502.961.0001 270.444.6547
Madisonville, KY 42431

270.821.7375
www.mccoylabs.com "Providing Tomorrow's Analytical Capabilites Today"

Certificate of Analysis

Robert Pendleton Report Printed: 10/19/2012 14:42
Peabody Midwest Mining LLC

7100 Eagle Crest Bivd

Evansville IN, 47715

|Project Name: Indiana Workorder: 2092733 |

Dear Robert Pendleton
Enclosed are the analytical results for samples received at the lab on 09/28/2012 11:00.

McCoy & McCoy Laboratories, Inc located in Madisonville, Kentucky is a National Environmental Laboratory
Accreditation Program (NELAP) accredited laboratory and as such, certifies that all applicable test results
meet the requirements of NELAP.

If you have any questions regarding this certificate of analysis, please contact us at (270) 821-7375.

Please visit us at www.mccoylabs.com for a listing of NELAP accreditations and Scope of Work, as well as
other links to Water Quality documentation on the internet.

This laboratory report may not be reproduced, except in full, without the written approval of McCoy & McCoy
Laboratories, Inc.

S Tt

RECEIVED

T 9 4 U]
Syd Tate, Data Reviewer BE& z {4@ Zm&
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This page is included as part of the Analytical Report and must
be retained as a permanent record thereof.
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McCQOY & McCOY
LABORATORIES, Inc.

P.O. Box 907, 825 Industrial Road

Madisonville, KY 42431
270.821.7375
www.mccoylabs.com

Lexington, KY
859.299.7775

Louisville, KY
502.961.0001

Pikeville, KY
606.432.3104

Paducah, KY
270.444.6547

"Providing Temorrow's Analytical Capabilites Today"

SAMPLE SUMMARY
I Lab ID Client Sample ID/Alias Matrix Date Collected Date Received Sampled By

2092733-01 INSB-ALK/1630_BRP0O18REPA_{(9272 Surfacewater 09/27/2012 10:10 09/28/2012 11:00 Forrest Crowe
012

2092733-02 INSB-ALK/1630_BRP0O18REPA_09272 Surfacewater 09/27/2012 10:10 09/28/2012 11:00 Forrest Crowe
012

209273303 INSB-ALK/1630_BREQ44EPA_092720 Surfacewater 09/27/2012 11:00 09/28/2012 11:00 Forrest Crowe
12

2092733-04 INSB-ALK/1630_BREQG44EPA_092720 Surfacewater 09/27/2012 11:00 09/28/2012 11:00 Forrest Crowe
12

2082733-05 INSB-ALK/1630_BREOQS3EPA_092720 Surfacewater 09/27/2012 12:00 09/28/2012 11:00 Forrest Crowe
12

2092733-06 INSB-ALK/1630_BREOS53EPA 092720 Surfacewater 09/27/2012 12:00 09/28/2012 11:00 Forrest Crowe
12

2092733-07 INSB-ALK/1630_BRE062EPA_092720 Surfacewater 09/27/2012 08:00 09/28/2012 11:00 Forrest Crowe
12

2092733-08 INSB-ALK/1630_BREOG2EPA_092720 Surfacewater 09/27/2012 08:00 09/28/2012 11:00 Forrest Crowe
12

2092733-09 INSB-ALK/1630_FIELDBLANKEPA_09 Surfacewater 09/27/2012 08:00 09/28/2012 11:00 Forrest Crowe
272012

2092733-10 INSB-ALK/1630_DUPLICATEEPA 092 Surfacewater 09/27/2012 08:00 09/28/2012 11:00 Forrest Crowe
72012

2092733-11 INSB-ALK/1630_DUPLICATEEPA_092 Surfacewater 09/27/2012 08:00 09/28/2012 11:00 Forrest Crowe

72012
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Lexington, KY Pikeville, KY
M CCOY & M CCOY 859.200.7775 606.432.3104
LABORATORIES, Inc.
Louisville, KY Paducah, KY
P.O. Box 907, 825 Industrial Road 502.961.0001 270.444.6547

Madisonville, KY 42431
270.821.7375

www.mccoylabs.com *Providing Tomorrow's Analytical Capabilites Today"

ANALYTICAL RESULTS

Sample Collection Date Time: 09/27/2012 10:10
Sample Received Date Time: 09/28/2012 11:00

Lab Sample ID: 2092733-01
Description: INSB-ALK 1630_BRP0O18REPA_09272012

Metfals by SWB46 6000 Series Methods

| Analyte Result  Flag Units MRL MDL Method Prepared Analyzed Analyst |
Mercury 3.2 ng/l. 0.5 0.2 EPA1631E 10/04/2012 18:00 10/05/2012 16:01 JBP
Mercury in Field Blank ND y ng/L 0.5 0.2 EPA1631E 10/04/2012 18:00 10/05/2012 12:05 JBP
Metals by EPA 200 Series Methods
Wame Result  Flag Units MRL MDL Method Prepared Analyzed Analyst |
Aluminum 318 mg/L 0.02 0007 EPAZ200.8 10/02/2012 10:00 10/03/2012 23:27 JeD
Antimony ND 13, v, mg/L 0.002  0.001 EPA200.8 10/02/2012 10:00 10/05/2012 16:05 JcD
u
Arsenic 0.0018 mg/L 0.0005 0.0002 EPA200.8 10/02/2012 10:00 10/03/2012 23:27 JcD
Beryllium ND y ma/L 0.0010  0.0005 EPA200.8 10/02/2012 10:00 10/03/2012 23:27 JcD
Cadmium ND y mg/L 0.0005 0.0002 EPA 200.8 10/02/2012 10:00 10/03/2012 23:27 JcD
Calcium 276 mgiL 0.20 0.08 EPAZ200.7 10/02/2012 10:00 10/12/2012 21:40 MLC
Chromium 0.004 mg/L 0.001 0.0003 EPA200.8 10/02/2012 10:00 10/03/2012 23:27 JcD
Copper 0.006 mo/l 0.002 0.0005 EPA200.8 10/02/2012 10:00 10/03/2012 23:27 JeD
Iron 3.81 A-D1 mg/L 0.06 0.02 EPA200.7 10/02/2012 10:00 10/08/2012 21:55 Jch
Lead 0.0016 mg/L 0.0010  0.0005 EPA200.8 10/02/2012 10:00 10/03/2012 23:27 JcD
Magnesium 10.8 mg/L 0.100  0.045 EPA200.7 10/02/2012 10:00 10/12/2012 21:40 MLC
Manganese 0.046 mg/L 0.003  0.001 EPA200.8 10/02/2012 10:00 10/03/2012 23:27 JcD
Nickel 0,0055 mg/L 0.0015 0.0005 EPA 200.8 10/02/2012 10:00 10/03/2012 23:27 JCD
Potassium 293 B1,B mg/L 0.01 0.01 EPA200.7 10/02/2012 10:00 10/12/2012 21:40 MLC
Selenium 0.005 mg/L 0.002 0.0005 EPA200.8 10/02/2012 10:00 10/05/2012 16:05 JCD
Silver 0.0003 J mg/L 0.0005 0.0002 EPA200.8 10/02/20412 10:00 10/03/2012 23:27 JcD
Sodium 61.7 mg/L 0.13 0.05 EPA200.7 10/02/2012 10:00 10/12/2012 21:40 MLC
Thallium ND y mg/L 0.0010  0.0004 EPA200.8 10/02/2012 10:00 10/09/2012 22:06 JcD
Vanadium 0.006 mg/L 0.002  0.002 EPA200.8 10/02/2012 10:00 10/03/2012 23:27 Jcb
Zine 0,047 mg/L 0.010  0.010 EPA200.8 10/02/2012 10:00 10/05/2012 16:05 Jcp
Metals (Dissolved) by EPA 200 Series Methods
| Analyte Result Flag Units MRL MDL Method Prepared Analyzed Analyst I
Aluminum ND y ma/L 002  0.007 EPA200.8 10/01/2012 13:59 10/02/2012 17:53 JeD
Antimony ND y mgiL 0.005  0.001 EPA200.8 10/01/2012 13:59 10/02/2012 17:53 JCD
Arsenic 0.0005 J4 mgiL 0.0005 0.0002 EPA200.8 10/01/2012 13:58 10/02/2012 17:53 JCD
Beryllium ND y mg/L 0.0005 0.0005 EPAZ200.8 10/01/2012 13:59 10/02/2012 17:53 Jeh
Cadmium ND u mg/L 0.0005 0.0001 EPA200.8 10/01/2012 13:59 10/02/2012 17:53 Jeb
Chromium ND y mg/L 0.002 0.0003 EPAZ200.8 10/01/2012 13:59 10/02/2012 17:53 Jch
Copper ND y mg/L 0.001 0.0002 EPA200.8 10/01/2012 13:59 10/02/2012 17:53 JcD
Iron ND y mgiL 0.02 0006 EPA200.7 10/01/2012 13:56 10/10/2012 17:57 MLC
Lead ND y mgiL 0.0020 0.0020 EPA200.8 10/01/2012 13:59 10/02/2012 17:53 JcD
Manganese 0.0003 J ma/L 0.002 0.0001 EPA200.8 10/01/2012 13:59 10/02/2012 17:53 JcD
Nickel ND y mg/L 0.0005 0.0002 EPA 200.8 10/01/2012 13:59 10/02/2012 17:53 Jep
Selenium ND wviu mg/L 0.001 0.0008 EPA200.8 10/01/2012 13:59 10/02/2012 17:53 Jcb
Silver ND u mg/L 0.0005 0.0002 EPA 200.8 10/01/2012 13:59 10/02/2012 17:53 JCD
Thallium ND y ma/L 0.0005 0.0005 EPA200.8 10/01/2012 13:59 10/02/2012 17:53 JcD
Vanadium ND y mg/L 0.002  0.002 EPA200.8 10/01/2012 13:59 10/02/2012 17:53 JcD
Zinc ND u mg/L 0.010  0.010 EPA200.8 10/01/2012 13:59 10/02/2012 17:53 JCD
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McCOY & McCOY
LABORATORIES, Inc.

P.O. Bax 907, 825 Industrial Road

Madiseonville, KY 42431
270.821.7375

www.mccoylabs.com

Conventional Chemistry Analyses_01

Lexington, KY
859.299.7775

Louisville, KY
502.961.0001

Pikeville,

KY

606.432.3104

Paducah, KY
270.444.6547

"Providing Tomorrow's Analytical Capabilites Today"

| Analyte Result Flag Units MRL MDL Method Prepared Analyzed Analyst |
Acidity ND y mg/L 1 1 SM2310B 10/02/2012 11:45 10/02/2012 11:45 DDM
Bicarbonate Alkalinity as 77 B mg/L 1 1 SM2320B 10/01/2012 13:52 10/01/2012 13:52 DDM
CaCO3

Total Alkalinity 77 B mg/L 1 1 SM2320B 10/01/2012 13:52 10/01/2012 13:52 DDM
Chioride 65 D mg/L 1.0 1.0 EPA 300.0 10/04/2012 22:18 10/04/2012 22:18 DMH
Specific Conductance 481 umhos/cm il 1 SM2510B 10/02/2012 12:00 10/02/2012 12:00 TLB
(Lab)

Hardness as CaC0O3 140 mg/L 1 1 SM2340C 10/03/2012 12:06 10/03/2012 16:44 JTL
pH (Lab) 7.91 H3 Std. Units 0.10 0.10 SM4500H+B 10/02/2012 13:00 10/02/2012 14:00 DDM
Sulfate 147 D ma/L 10 2 EPA300.0 10/04/2012 22:18 10/04/2012 22:18 DMH
Total Dissolved Solids 272 mgiL 10 10 SM2540C 10/01/2012 09:02 10/02/2012 10:32 DDM
Total Suspended Solids 73 mg/L 5 2 SM2540D 10/02/2012 09:21 10/02/2012 12:32 JTL
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McCOY & McCOY
LABORATORIES, Inc.

P.0O. Box 907, 825 Industrial Road
Madisonville, KY 42431
270.821.7375

www.mccoylabs.com

ANALYTICAL RESULTS

Sample Collection Date Time: 09/27/2012 10:10
Sample Received Date Time: 09/28/2012 11:00

Lab Sample ID: 2092733-02
Description: INSB-ALK 1630_BRP018REPA_09272012

Metals by SW846 6000 Series Methods

Lexington, KY
859.299.7775

Louisville, KY
502.961.0001

"Providing Tomorrow's Analytical Capabilites Today’

Pikeville, KY
606.432.3104

Paducah, KY
270.444.6547

|Analyte Result Flag Units MRL MDL  Method

Prepared

Analyzed Analyst_|

Mercury, dissolved 4.6 ng/L 0.5
Mercury in Field Blank, dissolved ND u ng/L 0.5

0.2 EPA1631E
0.2 EPA1631E

10/04/2012 18:00
10/04/2012 18:00

10/05/2012 19:38 JBP
10/05/2012 18:03 JBP
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McCOY & McCOY
LABORATORIES, Inc.

P.O. Box 907, 825 Industrial Road

Madisonville, KY 42431
270.821.7375

www.mccaylabs.com

Lab Sample |ID: 2092733-03

Description: INSB-ALK 1630_BRE044EPA_09272012

Metals by SW846 6000 Series Methods

ANALYTICAL RESULTS

Sample Collection Date Time: 09/27/2012 11:00
Sample Received Date Time: 09/28/2012 11:00

Lexington, KY
859.298.7775

Louisville, KY
502.961.0001

Pikeville, KY
606.432.3104

Paducah, KY
270.444.6547

"Providing Tomorrow's Analytical Capabilites Today"

| Analyte Result  Flag Units MRL MDL Method Prepared Analyzed Analyst |
Mercury 1.4 ng/L 0.5 0.2 EPA1631E 10/04/2012 18:00 10/05/2012 16:04 JBP
Mercury in Field Blank ND ng/L 05 0.2 EPA1831E 10/04/2012 18:00 10/05/2012 12:08 JBP
Metals by EPA 200 Series Methods
| Analyte Result Flag Units MRL MDL Method Prepared Analyzed Analyst |
Aluminum 0.49 M3 mg/L 0.02 0.007 EPA 200.8 10/02/2012 10:00 10/03/2012 23:39 Jcb
Antimony ND 11,v1, mg/L. 0.002 0.001 EPA200.8 10/02/2012 10:00 10/05/2012 16:17 Jcp
u
Arsenic 0.0011 mg/L 0.0005 0.0002 EPA 200.8 10/02/2012 10:00 10/03/2012 23:39 JCD
Beryllium ND y mg/L 0.0010  0.0005 EPA 200.8 10/02/2012 10:00 10/03/2012 23:39 JCD
Cadmium ND u ma/fL 0.0005 0.0002 EPA200.8 10/02/2012 10:00 10/03/2012 23;39 JCD
Calcium 144 maiL 0.20 0.06 EPA200.7 10/02/2012 10:00 10/12/2012 21:44 MLC
Chromium 0.0008 J mgiL 0.001 0.0003 EPA200.8 10/02/2012 10:00 10/03/2012 23:39 JcD
Copper 0.002 J4 mg/L 0.002 0.0005 EPA200.8 10/02/2012 10:00 10/03/2012 23:39 JCD
iron 0.64 A-01 mg/L 0.06 0.02 EPA200.7 10/02/2012 10:00 10/08/2012 22:00 Jch
Lead ND y maiL 0.0010  0.0005 EPA200.8 10/02/2012 10:00 10/03/2012 23:39 JcD
Magnesium 90.0 mg/L 0.100 0.045 EPA200.7 10/02/2012 10:00 10/12/2012 21:44 MLC
Manganese 0.243 mgiL 0.003 0.001 EPA 200.8 10/02/2012 10:00 10/03/2012 23:39 Jcp
Nickel 0.0059 maiL. 0.0015  0.0005 EPA 200.8 10/02/2012 10:00 10/03/2012 23:39 JCD
Potassium 7.62 B1,B mgiL 0.01 0.01 EPA2007 10/02/2012 10:00 101212012 21:44 MLC
Selenium 0.012 mg/L 0.002 0.0005 EPAZ200.8 10/02/2012 10:00 10/05/2012 16:17 JCcD
Silver 0.0002 J ma/L 0.0005 0.0002 EPA200.8 10/02/2012 10:00 10/03/2012 23:39 JCD
Thallium ND y mg/L 0.0010  0.0004 EPA200.8 10/02/2012 10:00 10/09/2012 22:36 Jcb
Vanadium ND gy ma/L 0.002 0.002 EPA200.8 10/02/2012 10:00 10/03/2012 23:39 Jeb
Zinc ND y mg/L 0.010 0.010 EPA200.8 10/02/2012 10:00 10/05/2012 16:17 JCb
Metals (Dissclved) by EPA 200 Series Methods
1 Analyte Result  Flag Units MRL MDL Method Prepared Analyzed Analyst I
Aluminum ND u mg/L 0.02 0.007 EPA 2008 10/01/2012 13:59 10/02/2012 18:06 Jeb
Antimeny 0.001 J mg/L 0.005 0.001 EPA200.8 10/01/2012 13:59 10/02/2012 18:06 Jep
Arsenic 0.0005 mgiL 0.0005  0.0002 EPA 200.8 10/01/2012 13:59 10/02/2012 18:06 Jeb
Beryllium ND y mg/L 0.0005 0.0005 EPAZ200.8 10/01/2012 13:59 10/02/2012 18:06 JcD
Cadmium ND y mg/L 0.0005 0.0001 EPA200.8 10/01/2012 13:59 10/02/2012 18:08 JeD
Chromium ND y mgiL 0.002 0.0003 EPA200.8 10/01/2012 13:59 10/02/2012 18:06 JCD
Copper ND y ma/L 0.001 0.0002 EPA200.8 10/01/2012 13:59 10/02/2012 18:06 JcD
Iron ND mg/L 0.02 0.006 EPA 200.7 10/01/2012 13:56 10/10/2012 18:08 MLC
Lead ND y mg/L 0.0020  0.0020 EPA200.8 10/01/2012 13:59 10/02/2012 18:06 JcD
Manganese 0.162 mg/L. 0.002 0.0001 EPA 200.8 10/01/2012 13:59 10/02/2012 18:06 JCD
Nickel 0.0036 mo/L 0.0005 0.0002 EPA 200.8 10/01/2012 13:59 10/02/2012 18:08 JCD
Selenium 0.006 mg/L 0.001 0.0009 EPA 200.8 10/01/2012 13:59 10/07/2012 05:10 JCD
Silver ND u ma/L 0.0005 0.0002 EPA200.38 10/01/2012 13:59 10/02/2012 18:06 JCD
Thallium ND y maiL 0.0005 0.0005 EPA200.8 10/01/2012 13:59 10/02/2012 18:06 JCD
Vanadium ND u maiL 0.002 0.002 EPA 200.8 10/01/2012 13:59 10/02/2012 18:06 Jcb
Zinc ND y maiL 0.010 0.010 EPA200.8 10/01/2012 13:59 10/02/2012 18:06 Jcb
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McCOY & McCQOY
LABORATORIES, Inc.

P.O. Box 907, 825 Industrial Road

Madisonville, KY 42431
270.821.7375
www.mecoylabs.com

Conventional Chemistry Analyses_01

Lexington, KY
859.299.7775

Louisville, KY
502.961.0001

Pikeville, KY
606.432.3104

Paducah, KY
270.444.6547

"Providing Tomorrow's Analytical Capabilites Today"

| Analyte Result  Flag Units MRL MDL Method Prepared Analyzed Analyst |
Acidity ND y mg/L 1 1 SM2310B 10/02/2012 11:45 10/02/2012 11:45 DDM
Bicarbonate Alkalinity as 401 B mg/L 1 1 SM2320B 10/01/2012 13:52 10/01/2012 13:52 DDM
CaC03

Total Alkalinity 401 B mgiL 1 1 SM2320B 10/01/2012 13:52 10/01/2012 18:52 DDM
Chloride 152 D mgiL 1.0 1.0 EPA300.0 10/04/2012 22:39 10/04/2012 22:39 DMH
Specific Conductance 3510 umhos/cm 1 1 SM2510B 10/02/2012 12:00 10/02/2012 12:00 TLB
(Lab)

Hardness as CaCO3 700 mg/L 1 1 sM2340C 10/03/2012 12:06 10/03/2012 16:44 JTL
pH (Lab) 8.08 H3 Std. Units 0.10 0.10 SM4500H+B 10/02/2012 13:00 10/02/2012 14:00 DDM
Sulfate 1690 D mg/L 10 2 EPA300.0 10/04/2012 22:39 10/04/2012 22:39 DMH
Total Dissalved Solids 2620 mgiL 10 10 SM2540C 10/01/2012 09:02 10/02/2012 10:34 DDM
Total Suspended Solids 23 mg/L 4 2 SM2540D 10/02/2012 09:21 10/02/2012 12:34 JTL
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McCOY & McCOY
LABORATORIES, Inc.

P.O. Box 907, 825 Industrial Road
Madisonville, KY 42431
270.821.7375

www.mccoylabs.com

Lexington, KY
859.299.7775

Louisville, KY
502.961.0001

Pikeville, KY
606.432.3104

Paducah, KY
270.444.6547

“Providing Tomorrow's Analytical Capabilites Today"

ANALYTICAL RESULTS
Sample Collection Date Time: 09/27/2012 11:00

Lab Sample ID: 2092733-03RE1
Description: INSB-ALK

Sample Received Date Time:

Matrix: Surfacewater Discharge/Site No: Regulatory ID:

Metals by EPA 200 Series Methods

rAnaIyle Result Flag Units MRL MDL Method Prepared Analyzed Analyst
Sodium 705 D1, E mg/L 0.26 0.10 EPA200.7 10/02/2012 10:00 10/15/2012 18:24 MLC
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McCOY & McCOY
LABORATORIES, Inc.
P.O. Box 907, 825 Industrial Road
Madisonville, KY 42431

270.821.7375
www,.mccoylabs.com

Lab Sample |D: 2092733-04
Description: INSB-ALK 1630_BREQ44EPA_09272012

Metals by SW846 6000 Series Methods

Lexington, KY Pikeville, KY
859,299.7775 606.432.3104

Louisville, KY Paducah, KY
502.961.0001 270.444.6547

"Providing Tomorrow's Analytical Capabilites Today

ANALYTICAL RESULTS

Sample Collection Date Time: 09/27/2012 11:00
Sample Received Date Time: 08/28/2012 11:00

[ Analyte Result  Flag Units MRL MDL Method Prepared Analyzed Analyst I
Mercury, dissolved 1.2 ng/L 0.5 0.2 EPA1631E 10/04/2012 18:00 10/05/2012 19:41 JBP
Mercury in Field Blank, 04 J ng/L 0.5 0.2 EPA1631E 10/04/2012 18:00 10/05/2012 19:06 JBP
dissolved
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McCQOY & McCOY
LABORATORIES, Inc.
P.O. Box 207, 825 Industrial Road
Madisonville, KY 42431

270.821.7375
www.mccoylabs.com

Lab Sample ID: 2092733-05
Description: INSB-ALK 1630_BREO53EPA_09272012

Metals by SWE846 6000 Series Methods

ANALYTICAL RESULTS

Sample Collection Date Time: 09/27/2012 12:00
Sample Received Date Time: 09/28/2012 11:00

Lexington, KY
859.299.7775

Louisville, KY
502.961.0001

Pikeville, KY
606.432.3104

Paducah, KY
270.444.6547

“Providing Tomorrow's Analytical Capabilites Today"

malyte Result Flag Units MRL MDL Method Prepared Analyzed Analyst I
Mercury 1.4 ng/L 0.5 0.2 EPA1631E 10/04/2012 18:00 10/05/2012 16:07 JBP
Mercury in Field Blank ND u ng/L 0.5 0.2 EPA1631E 10/04/2012 18:00 10/05/2012 12:11 JBP
Metals by EPA 200 Series Methods
rAnaiyte Result  Flag Units MRL MDL Method Prepared Analyzed Analyst |
Aluminum 0.11 mg/L 0.02 0.007 EPA 200.8 10/02/2012 10:00 10/04/2012 00:26 JCD
Antimony ND 11,v1, mg/L. 0.002 0.001 EPA200.8 10/02/2012 10:00 10/05/2012 16:40 JCD
u
Arsenic 0.0011 mg/L 0.0005 0.0002 EPA 200.8 10/02/2012 10:00 10/04/2012 00:26 JCD
Beryllium ND wyi,u mg/L 0.0010  0.0005 EPA 200.8 10/02/2012 10:00 10/04/2012 00:26 JcD
Cadmium ND y mg/L 0.0005 0.0002 EPA200.8 10/02/2012 10:00 10/04/2012 00:26 JCD
Calcium 142 ma/L 0.20 0.06 EPA200.7 10/02/2012 10:00 10/12/2012 21:47 MLC
Chromium 0.0003 J mgiL 0.001 0.0003 EPA 200.8 10/02/2012 10:00 10/04/2012 00:26 JCD
Copper 0.001 J mg/L 0.002 0.0005 EPA 200.8 10/02/2012 10:00 10/04/2012 00:26 JCD
Iron 0.17 A-01 mg/L 0.06 0.02 EPA200.7 10/02/2012 10:00 10/08/2012 22:06 JCD
Lead ND y mg/L 0.0010 0.0005 EPA 200.8 10/02/2012 10:00 10/04/2012 00:26 JCD
Magnesium 74.4 mg/L 0.100 0.045 EPA 200.7 10/02/2012 10:00 10/12/2012 21:47 MLC
Manganese 0.243 mgiL 0.003 0.001 EPA 200.8 10/02/2012 10:00 10/04/2012 00:26 JCD
Nickel 0.0022 mg/L 0.0015 0.0005 EPA 200.8 10/02/2012 10:00 10/04/2012 00:26 JCD
Potassium 6.22 B1,B mg/L 0.01 0.01 EPAZ200.7 10/02/2012 10:00 10/12/2012 21:47 MLC
Selenium 0.009 mg/L 0.002 0.0005 EPA 200.8 10/02/2012 10:00 10/05/2012 16:40 JCD
Silver 0.0002 J mg/L 0.0005 0.0002 EPA200.8 10/02/2012 10:00 10/04/2012 00:26 JCD
Sodium 281 E mg/L 0.13 0.05 EPA200.7 10/02/2012 10:00 10/12/2012 21:47 MLC
Thallium ND y ma/L. 0.0010  0.0004 EPA200.8 10/02/2012 10:00 10/09/2012 23:05 JCD
Vanadium ND y mail. 0.002 0.002 EPA 200.8 10/02/2012 10:00 10/04/2012 00:26 JCD
Zinc ND 11,u ma/l 0.010 0.010 EPA 200.8 10/02/2012 10:00 10/04/2012 00:26 JCD
Metals (Dissolved) by EPA 200 Series Methods
| Analyte Result  Flag Units MRL. MDL _Method Prepared Analyzed Analyst I
Aluminum ND p2,u ma/L 0.02 0.007 EPA 200.8 10/01/2012 13:59 10/02/2012 18:10 JCD
Antimony ND y mg/L 0.005 0.001 EPA200.8 10/01/2012 13:59 10/02/2012 18:10 JcD
Arsenic 0.0010 mg/L 0.0005 0.0002 EPA 200.8 10/01/2012 13:59 10/02/2012 18:10 JCD
Beryllium ND y maiL 0.0005 0.0005 EPA200.8 10/01/2012 13:59 10/02/2012 18:10 Jcp
Cadmium ND y mg/L 0.0005  0.0001 EPA200.8 10/01/2012 13:59 10/02/2012 18:10 JCD
Chromium ND y mag/L 0.002 0.0003 EPA200.8 10/01/2012 13:59 10/02/2012 18:10 JCD
Copper ND y mgiL 0.001 0.0002 EPA 200.8 10/01/2012 13:59 10/02/2012 18:10 JCD
Iron ND mg/L 0.02 0.006 EPA200.7 10/01/2012 13:56 10/10/2012 18:23 MLC
Lead ND y mg/L 0.0020 0.0020 EPA200.8 10/01/2012 13:59 10/02/2012 18:10 JCD
Manganese 0.0007 J mg/L 0.002 0.0001 EPA 200.8 10/01/2012 13:59 10/02/2012 18:10 JCD
Nickel p.0004 J mg/L 0.0005 0.0002 EPA 200.8 10/01/2012 13:59 10/02/2012 18:10 JCD
Selenium ND wvi,u mg/L 0.001 0.000¢ EPA200.8 10/01/2012 13:59 10/02/2012 18:10 JCD
Silver ND y mg/L 0.0005 0.0002 EPA 200.8 10/01/2012 13:59 10/02/2012 18:10 JCD
Thallium ND y mg/L 0.0005 0.0005 EPA 200.8 10/01/2012 13:59 10/02/2012 18:10 JCD
Vanadium ND u mg/L 0.002 0.002 EPA 2008 10/01/2012 13:59 10/02/2012 18:10 JCD
Zinc ND uy mg/L 0.010 0.010 EPA 200.8 10/01/2012 13:59 10/02/2012 18:10 JCD
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McCQOY & McCOY
LABORATORIES, Inc.
P.O. Box 907, 825 Industrial Road
Madisonville, KY 42431

270.821.7375
www.mccoylabs.com

Conventional Chemistry Analyses_01

Lexington, KY
859.299.7775

Louisville, KY
502.961.0001

Pikeville, KY
606.432.3104

Paducah, KY
270.444.6547

"Providing Tomorrow's Analytical Capabilites Today"

[ Analyte Result Flag Units MRL MDL Method Prepared Analyzed Analyst |
Acidity ND y mgiL 1 1 SM2310B 10/02/2012 11:45 10/02/2012 11:45 DDM
Bicarbonate Alkalinity as 483 B mg/L 1 1 8M2320B 10/01/2012 13:52 10/01/2012 13:52 DDM
CaCo3

Total Alkalinity 483 B mg/L. 1 1 8SM2320B 10/01/2012 13:52 10/01/2012 13:52 DDM
Chloride 98 D mg/L 1.0 1.0 EPA 300.0 10/04/2012 22:59 10/04/2012 22:59 DMH
Specific Conductance 2240 umhos/cm 1 1 SM2510B 10/02/2012 12:00 10/02/2012 12:00 TLB
(Lab)

Hardness as CaCO3 660 mg/L 1 1 8M2340C 10/03/2012 12:06 10/03/2012 16:44 JTL
pH (Lab) 8.09 H3 Std. Units 0.10 010 SM4500H+B 10/02/2012 13:00 10/02/2012 14:00 DDM
Sulfate 974 D mg/L 10 2 EPA300.0 10/04/2012 22:59 10/04/2012 22:59 DMH
Total Dissolved Solids 1630 mg/L 10 10 SMz2540C 10/01/2012 09:02 10/02/2012 10:36 DDM
Total Suspended Solids 8 mgiL 4 2 SM2540D 10/02/2012 09:21 10/02/2012 12:36 JTL
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McCOY & McCOY
LABORATORIES, Inc.
P.O. Box 907, 825 Industrial Road
Madisonville, KY 42431

270.821.7375
www.mecoylabs.com

Lab Sample ID: 2092733-06
Description: INSB-ALK 1630_BREO053EPA_09272012

Metals by SWE846 8000 Series Methods

Lexington, KY
859.299.7775

Louisville, KY
502.961.0001

"Praviding Tomerrow's Analytical Capabillites Today'

ANALYTICAL RESULTS

Pikeville, KY
606.432.3104

Paducah, KY
270.444.6547

Sample Collection Date Time: 09/27/2012 12:00
Sample Received Date Time: 09/28/2012 11:00

| Analyte Result  Flag Units MRL MDL  Method Prepared Analyzed Analyst
Mercury, dissolved 1.7 ng/L 0.5 0.2 EPA1631E 10/04/2012 18:00 10/05/2012 19:44 JBP
Mereury in Field Blank, dissolved ND y nag/L 0.5 0.2 EPA1631E 10/04/2012 18:00 10/05/2012 19:09 JBP
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Lexington, KY Pikeville, KY
MCCOY & MCCOY 859.209.7775 606.432.3104
LABORATORIES, Inc.

Louisville, KY Paducah, KY
P.0. Box 907, 825 Industrial Road 502.961.0001 270.444.6547

Madisonville, KY 42431
270.821.7375

www.mccoylabs.com "Providing Tomorrow's Analytical Capabilites Today"
ANALYTICAL RESULTS
Lab Sample ID: 2092733-07 Sample Collection Date Time: 09/27/2012 08:00
Description: INSB-ALK 1630_BRE062EPA_09272012 Sample Received Date Time: 09/28/2012 11:00

Metals by SW846 6000 Series Methods

| Analyte Result Flag Units MRL MDL Method Prepared Analyzed Analyst |
Mercury 1.2 ng/L 0.5 02 EPA1631E 10/04/2012 18:00 10/05/2012 16:10 JBP
Mercury in Field Blank ND u ng/L 0.5 0.2 EPA1631E 10/04/2012 18:00 10/05/2012 12:14 JBP

Metals by EPA 200 Series Methods

| Analyte Result  Flag Units MRL MDL Method Prepared Analyzed Analyst I
Aluminum 0.11 mgiL. 0.02 0007 EPA200.8 10/02/2012 10:00 10/04/2012 00:38  JCD
Antimony 0.002 L1 mg/L 0.002  0.001 EPA200.8 10/02/2012 10:00 10/07/2012 0223 JCD
Arsenic 0.0019 mgiL 0.0005 0.0002 EPA200.8 10/02/2012 10:00 10/04/2012 00:38  JCD
Beryllium ND viu  mgl 0.0010  0.0005 EPA200.8 10/02/2012 10:00 10/04/2012 00:38  JCD
Cadmium ND u maiL 0.0005 00002 EPA200.8 1010212012 10:00 10/04/2012 00:38  JCD
Calclum 84.9 mg/L 020 006 EPA2007 10/02/2012 10:00 1011212012 21:51  MLC
Chromium 0.0005 J mg/L 0.001 00003 EPA200.8 10/02/2012 10:00 10/04/2012 00:38  JCD
Copper 0.001 J mg/L 0.002 0.0005 EPA200.8 10/02/2012 10:00 10/04/2012 00:38  JCD
iron 0.20 A01  mgl 006 002 EPA2007 10/02/2012 10:00 10/08/2012 22:24  JCD
Lead ND y mg/L 0.0010 0.0005 EPA200.8 10/02/2012 10:00 10/04/2012 00:38  JCD
Magnesium 724 mgiL 0.100 0045 EPA2007 10/02/2012 10:00 10/12/2012 2151 MLC
Manganese 0.106 mgiL 0.003 0001 EPAZ200.8 10/02/2012 10:00 10/04/2012 00:38  JCD
Nickel 0.0018 mg/L 0.0015  0.0005 EPA200.8 10/02/2012 10:00 10/04/2012 00:38  JCD
Potassium 752 B maiL 001 001 EPA200.7 10/02/2012 10:00 1012/2012 21:51  MLC
Selenium 0.010 mglL 0.002 0.0005 EPA200.8 10/02/2012 10:00 10/05/2012 16:52  JCD
Silver 0.0002 J mell. 0.0005 00002 EPA200.8 10/02/2012 10:00 10/04/2012 00:38  JCD
Ihalllim ND y mg/L 0.0010  0.0004 EPA200.8 10/02/2012 10:00 10/09/2012 23:11  JCD
Vanadium ND y mg/L 0002  0.002 EPA200.8 10/02/2012 10:00 10/04/2012 00:38  JCD
Zinc ND 11,y ma/L 0.010 0010 EPA200.8 10/02/2012 10:00 10/04/2012 00:38  JCD

Metals (Dissolved) by EPA 200 Series Methods

| Analyte Result  Flag Units MRL MDL Method Prepared Analyzed Analyst |
Aluminum ND y mg/L 0.02 0.007 EPA200.8 10/01/2012 13:59 10/02/2012 18:15 JcD
Antimony ND o mg/L 0.005 0.001 EPA 200.8 10/01/2012 13:59 10/02/2012 18:15 Jep
Arsenic 0.0013 mg/L 0.0005 0,0002 EPA200.8 10/01/2012 13:59 10/02/2012 18:15 Jcb
Beryllium ND y mg/L 0.0005 0.0005 EPA 200.8 10/01/2012 13:59 10/02/2012 18:15 JCD
Cadmium ND u mg/L 0.0005 0.0001 EPA200.8 10/01/2012 13:58 10/02/2012 18:15 JCD
Chramium ND y mg/L 0.002 0.0003 EPA200.8 10/01/2012 13:58 10/02/2012 18:15 JCD
Copper ND y mg/L 0.001  0.0002 EPA200.8 10/01/2012 13:59 10/02/2012 18:15 JCD
Iron ND y mg/L 0.02 0.006 EPA200.7 10/01/2012 13:56 10/10/2012 18:33 MLC
Lead ND y mg/L 0.0020 0.0020 EPA200.8 10/01/2012 13:59 10/02/2012 18:15 JcD
Manganese 0.0002 J mg/L 0.002 0.0001 EPA200.8 10/01/2012 13:59 10/02/2012 18:15 Jcp
Nickel 0.0005 mg/L 0.0005 0.0002 EPA 200.8 10/01/2012 13:59 10/02/2012 18:15 JcD
Selenium 0.002 mo/L 0.001  0.0008 EPA200.8 10/01/2012 13:59 10/07/2012 05:22 JcD
Silver ND y mg/L 0.0005 0.0002 EPA200.8 10/01/2012 13:59 10/02/2012 18:15 JCD
Thallium ND u mgiL 0.0005 0.0005 EPA200.8 10/01/2012 13:59 10/02/2012 18:15 JcD
Vanadium ND y mg/L 0.002 0.002 EPA200.8 10/01/2012 13:59 10/02/2012 18:15 JcD
Zinc ND y mail 0.010 0.010 EPA200.8 10/01/2012 13:59 10/02/2012 18:15 Jeb

Conventional Chemistry Analyses_01

| Analyte Result Flag Units MRL MDL Method Prepared Analyzed Analyst |
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McCQY & McCOY
LABORATORIES, Inc.

P.0. Box 907, 825 Industrial Road

Madisonville, KY 42431
270.821.7375
www.mecoylabs.com

Conventional Chemistry Analyses_01

Lexington, KY
859.299.7775

Louisville, KY
502.961.0001

Pikeville, KY
606.432.3104

Paducah, KY
270.444.6547

"Providing Tomorrow's Analytical Capabilites Today"

| Analyte Result Flag Units MRL MDL Method Prepared Analyzed Analyst |
Acidity ND y mg/L 1 1 SM2310B 10/02/2012 11:45 10/02f2012 11:45 DDM
Bicarbonate Alkalinity as 415 B mgi/L 1 1 SM2320B 10/01/2012 13:52 10/01/2012 13:52 DDM
Cac03

Total Alkalinity 415 B mg/l. 1 1 SM2320B 10/01/2012 13:52 10/01/2012 13:52 DDM
Chloride 231 D mg/L 1.0 1.0 EPA300.0 10/04/2012 23:20 10/04/2012 23:20 DMH
Specific Conductance 3590 umhos/em 1 1 SM2510B 10/02/2012 12:00 10/02/2012 12:00 TLB
(Lab)

Hardness as CaCO3 510 mg/L. 1 1 SM2340C 10/03/2012 12:06 10/03/2012 16:44 JTL
pH {Lab) 8.27 H3 Std. Units 0.10 0.10 SM4500H+B 10/02/2012 13:00 10/02/2012 14:00 DDM
Sulfate 1610 D mg/L 10 2 EPA300.0 10/04/2012 23:20 10/04/2012 23:20 DMH
Total Dissolved Solids 2540 mg/L 10 10 SM2540C 10/01/2012 09:02 10/02/2012 10:38 DDM
Total Suspended Solids 13 mg/L 4 2 SM2540D 10/02/2012 09:21 10/02/2012 12:38 JTL
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McCOY & McCOY Be0057 7S 606 4323104
LABORATORIES, Inc.

P.O. Box 907, 825 Industrial Road
Madisonville, KY 42431
270.821.7375

www.mccoylabs.com

Louisville, KY Paducah, KY
502.961.0001 270.444.6547

"Providing Tomorrow's Analytical Capabilites Today"

ANALYTICAL RESULTS
Lab Sample |D: 2092733-07RE1 Sample Collection Date Time: 09/27/2012 08:00
Description: INSB-ALK Sample Received Date Time:
Matrix: Surfacewater Discharge/Site Na: Regulatory |D:
Metals by EPA 200 Series Methods
| Analyte Result Flag Units MRL MDL Method Prepared Analyzed Analyst |
Sodium 706 D1 mg/L 0.52 0.20 EPAZ200.7 10/02/2012 10:00 10/16/2012 18:26 MLC

|_Page 150f26 |




McCOY & McCOY
LABORATORIES, Inc.
P.0O. Box 907, 825 Industrial Road
Madisonville, KY 42431
270.821.7375

www.mccoylabs.com

Lab Sample ID: 2092733-08
Description: INSB-ALK 1630_BRE062EPA_09272012

Metals by SW846 6000 Series Methods

Lexington, KY
859.299.7775

Louisville, KY
502.961.0001

Pikeville, KY
606.432.3104

Paducah, KY
270.444.6547

"Providing Tomorrow's Analytical Capabilites Today"

ANALYTICAL RESULTS

Sample Collection Date Time: 09/27/2012 08:00
Sample Received Date Time: 09/28/2012 11:00

| Analyte Result  Flag Units MRL MDL Method Prepared Analyzed Analyst
Mercury, dissolved 11 ng/L 0.5 0.2 EPA1631E 10/04/2012 18:00 10/05/2012 19:47 JBP
Mercury in Field Blank, 0.3 J ng/L 0.5 0.2 EPA18B31E 10/04/2012 18:00 10/05/2012 19:12 JBP
dissolved
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McCQY & McCQY
LABORATORIES, Inc.

P.0. Box 907, 825 Industrial Road
Madisonville, KY 42431
270.821.7375

www.mccoylabs.com

ANALYTICAL RESULTS

Sample Collection Date Time: 09/27/2012 08:00
Sample Received Date Time: 09/28/2012 11:00

Lab Sample ID: 2092733-09
Description: INSB-ALK 1630_FIELDELANKEPA_09272012

Metals by EPA 200 Series Methods

Lexington, KY
859.299.7775

Louisville, KY
502.961.0001

Pikeville, KY
606.432.3104

Paducah, KY
270.444.6547

"Providing Tomorrow's Analytical Capabilites Today"

| Analyte Result Flag Units MRL MDL Method Prepared Analyzed Analyst |
Aluminum ND u mg/L 002  0.007 EPA200.8 10/02/2012 10:00 10/04/2012 00:50 Jeo
Antimony ND (1,v1, mgiL 0.002  0.001 EPA200.8 10/02/2012 10:00 10/05/2012 17:04 Jch
u
Arsenic 0.0002 U,J mgiL 0.0005 0.0002 EPA 200.8 10/02/2012 10:00 10/04/2012 00:50 JcD
Beryllium ND  wi,u mgiL 0.0010  0.0005 EPA 200.8 10/02/2012 10:00 10/04/2012 00:50 Jcb
Cadmium ND u mg/L 0.0005 ©0.0002 EPA200.8 10/02/2012 10:00 10/04/2012 00:50 Jeb
Calcium ND y mg/L 0.20 0.06 EPA200.7 10/02/2012 10:00 10/12/2012 21:55 MLC
Chromium ND y mg/L 0.001 0.0003 EPA200.8 10/02/2012 10:00 10/04/2012 00:50 Jep
Copper ND uy mg/l 0.002 0.0005 EPA200.8 10/02/2012 10:00 10/04/2012 00:50 JCcD
Iron ND o1, mgiL 0.06 0.02 EPA200.7 10/02/2012 10:00 10/08/2012 22:30 JCD
u
Lead ND yu mgiL 0.0010  0.0005 EPA200.8 10/02/2012 10:00 10/04/2012 00:50 Jch
Magnesium ND y mg/L 0100  0.045 EPA200.7 10/02/2012 10:00 10/12/2012 21:55 MLC
Manganese ND u mg/L 0.003  0.001 EPAZ200.8 10/02/2012 10:00 10/04/2012 00:50 Jch
Nickel ND y ma/L 0.0015 0.0005 EPA200.8 10/02/2012 10:00 10/04/2012 00:50 Jeh
Potassium ND Bi,u mg/L 0.01 0.01 EPA200.7 10/02/2012 10:00 10/12/2012 21:55 MLC
Selenium 0.003 mg/L 0.002 0.0005 EPA200.8 10/02/2012 10:00 10/05/2012 17:04 JcD
Silver ND y mg/L 0.0005 0.0002 EPA200.8 10/02/2012 10:00 10/04/2012 00:50 Jco
Sodium 0.07 J mg/L 0.13 0.05 EPAZ200.7 10/02/2012 10:00 10/12/2012 21:55 MLC
Thallium ND gy mg/L 0.0010  0.0004 EPA200.8 10/02/2012 10:00 10/09/2012 23:17 JcD
Vanadium ND y ma/L 0.002 0.002 EPA 2008 10/02/2012 10:00 10/04/2012 00:50 JCD
Zinc ND 11,u maiL 0.010 0.010 EPA200.8 10/02/2012 10:00 10/04/2012 00:50 Jco
Metals (Dissolved) by EPA 200 Series Methods
[Tnalyie Result  Flag Units MRL MDL Method Prepared Analyzed Analyst ]
Antimony ND pzu mg/L 0.005  0.001 EPA200.8 10/01/2012 13:59 10/03/2012 22:33 Jcb
Beryllium ND p,u mg/L 0.0050 0.0050 EPA200.8 10/01/2012 13:59 10/13/2012 08:30 JCcD
Cadmium ND p2,u mg/L 0.0005 0.0001 EPA200.8 10/01/2012 13:59 10/03/2012 22:33 JCD
lron ND u mgiL 0.02 0.006 EPA200.7 10/01/2012 13:56 10/10/2012 18:37 MLC
Lead ND pzu mg/L 0.0020 0.0020 EPA200.8 10/01/2012 13:59 10/03/2012 22:33 JCD
Nickel ND b2 u mg/L 0.0005 0.0002 EPA200.8 10/01/2012 13:59 10/02/2012 18:19 Jch
Selenium 0.001 mg/L 0.001 0.0009 EPA200.8 10/01/2012 13:59 10/07/2012 05:46 Jch
Silver ND y mg/L 0.0005 0.0002 EPA200.8 10/01/2012 13:59 10/03/2012 22:33 JCD
Thallium ND pzu mgiL 0.0005 0.0005 EPA200.8 10/01/2012 13:59 10/03/2012 22:33 Jco
Zinc ND p,p2, mgiL 0.050 0.050 EPA 200.8 10/01/2012 13:59 10/04/2012 21:14 JCD
u
Conventional Chemistry Analyses_01
| Analyte Result  Flag Units MRL MDL Method Prepared Analyzed Analyst |
Acidity 32 B ma/L 1 1 SM2310B 10/02/2012 11:45 10/02/2012 11:45 DDM
Bicarbonate Alkalinity as 2 B mg/L 1 1 SM2320B 10/01/2012 13:52 10/01/2012 13:52 DDM
CaCOo3
Total Alkalinity 2 B mg/L 1 1 SM2320B 10/01/2012 13:52 10/01/2012 13:52 DDM
Chloride ND mg/L 0.1 0.1 EPA300.0 10/05/2012 00:01 10/05/2012 00:01 DMH
Specific Conductance 2 umhos/em 1 1 SM2510B 10/02/2012 12:00 10/02/2012 12:00 TLB
(Lab)
Hardness as CaCO3 ND y mag/L 1 1 SM2340C 10/03/2012 12:06 10/03/2012 16:44 JTL
pH (Lab) 7.33 H3 Std. Units 0.10 0.10 SM4500H+B 10/02/2012 13:00 10/02/2012 14:00 DDM
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McCQY & McCQY
LABORATORIES, Inc.

P.O. Box 907, 825 Industrial Road
Madisonville, KY 42431
270.821.7375

www.mccoylabs.com

Conventional Chemistry Analyses_01

Lexington, KY
859.289.7775

Louisville, KY
502.961.0001

Pikeville, KY
606.432.3104

Paducah, KY
270.444.6547

"Praviding Tomorrow's Analytical Capabilites Today"

| Analyte Result  Flag Units MRL MDL Method Prepared Analyzed Analyst |
Sulfate 0.8 J mg/L 1 0.2 EPA300.0 10/05/2012 00:01 10/05/2012 00:01 DMH
Total Dissolved Solids ND y mg/L 10 10 SM2540C 10/01/2012 09:02 10/02/2012 10:40 DDM
Total Suspended Solids ND u mgil 4 2 SM2540D 10/02/2012 09:21 10/02/2012 12:40 JTL
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Lexington, KY Pikeville, KY
MCCOY & MCCOY 850.299.7775 606.432.3104
LABORATORIES, Inc.
Louisville, KY Paducah, KY
P.O. Box 907, 825 Industrial Road 502.961.0001 270.444.6547

Madisonville, KY 42431
270.821.7375

www.mccoylabs.com "Providing Tomorrow's Analytical Capabilites Today"

ANALYTICAL RESULTS

Sample Collection Date Time: 09/27/2012 (08:00
Sample Received Date Time:

Lab Sample ID: 2092733-09RE1
Description: INSB-ALK

Matrix: Surfacewater Discharge/Site No: Regulatory ID:

Metals (Dissolved) by EPA 200 Series Methods

| Analyte Result Flag Units MRL MDL Method Prepared Analyzed Analyst
Aluminum ND y ma/L 0.02 0.007 EPA 200.8 10/01/2012 13:59 10/07/2012 05:48 JCD
Arsenic ND vy mgil 0.0005 0.0002 EPA200.8 10/01/2012 13:59 10/07/2012 05:46 JCD
Chremium ND y mg/L 0.002 0.0003 EPA 200.8 10/01/2012 13:59 10/07/2012 05:46 JCD
Copper 0.0003 J mg/L 0.001 0.0002 EPA 200.8 10/01/2012 13:59 10/07/2012 05:46 JCD
Manganese 00003 J mg/L 0.002 0.0001 EPA200.8 10/01/2012 13:59 10/07/2012 05:46 JCD
Vanadium ND y ma/L 0.002 0.002 EPA 200.8 10/01/2012 13:59 10/11/2012 17:19 JCD
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McCOY & McCOY
LABORATORIES, Inc.
P.0O. Box 907, 825 Industrial Road
Madisonville, KY 42431

270.821.7375
www.mccoylabs.com

Lab Sample ID: 2092733-10

ANALYTICAL RESULTS

Sample Collection Date Time: 09/27/2012 08:00
Sample Received Date Time: 09/28/2012 11:00

Description: INSB-ALK 1630_DUPLICATEEPA_09272012

Metals by SY¥846 6000 Series Methods

Lexington, KY Pikeville, KY
859.299.7775 606.432.3104

Louisville, KY Paducah, KY
502.961.0001 270.444.6547

"Providing Tomorrow's Analytical Capabilites Today”

| Analyte Result Flag Units MRL Prepared Analyzed Analyst |
Mercury, dissolved 0.8 ng/L 0.5 0.2 EPA1631E 10/04/2012 18:00 10/05/2012 19:50 JBP
Mercury in Field Blank, 0z J na/L 0.5 0.2 EPA1631E 10/04/2012 18:00 10/05/2012 19:15 JBP
dissolved
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McCQY & McCOY
LABORATORIES, Inc.

P.O. Box 907, 825 Industrial Road
Madisonville, KY 42431

270.821.7375
www.mccoylabs.com

Lab Sample |D: 2092733-11

ANALYTICAL RESULTS
Sample Collection Date Time: 09/27/2012 08:00

Description: INSB-ALK 1630_DUPLICATEEPA_09272012

Metals by SW846 6000 Series Methods

Lexington, KY
859.299.7775

Louisville, KY
502.961.0001

Pikeville, KY
606.432.3104

Paducah, KY
270.444.6547

"Providing Tomorrow's Analytical Capabilites Today”

Sample Received Date Time: 09/28/2012 11:00

| Analyte Result  Flag Units MRL MDL Method Prepared Analyzed Analyst |
Mercury 1.0 ng/L 0.5 0.2 EPA1831E 10/04/2012 18:00 10/05/2012 16:16 JBP
Mercury in Field Blank 1.0 ng/L 0.5 0.2 EPA1631E 10/04/2012 18:00 10/05/2012 13:48 JBP
Metals by EPA 200 Series Methods
| Analyte Result Flag Units MRL MDL Method Prepared Analyzed Analyst |
Aluminum 0.10 mg/L 0.02 0.007 EPA200.8 10/02/2012 10:00 10/04/2012 01:07 JCD
Antimony 0.001 L1, mg/L 0.002 0.001 EPA200.8 10/02/2012 10:00 10/05/2012 17:16 JCD
V1,J
Arsenic 0.0018 mg/L 0.0005 0.0002 EPA 200.8 10/02/2012 10:00 10/04/2012 01:07 JCD
Beryllium ND wviu malL 0.0010  0.0005 EPA 200.8 10/02/2012 10:00 10/04/2012 01:07 Jcb
Cadmium ND u mg/L 0.0005 0.0002 EPA200.8 10/02/2012 10:00 10/04/2012 01:07 JCD
Calcium 93.5 mg/L 0.20 0.06 EPA200.7 10/02/2012 10:00 10/12/2012 21:58 MLC
Chromium 0.0004 J mgfL 0.001 0.0003 EPA200.8 10/02/2012 10:00 10/04/2012 01:07 JCD
Copper 0.002 mafL 0.002 0.0005 EPA200.8 10/02/2012 10:00 10/04/2012 01:07 JCD
Iron 0.22 A-D1 ma/L 0.06 0.02 EPA 200.7 10/02/2012 10:00 10/08/2012 22:36 JCD
Lead ND u mg/L 0.0010  0.0005 EPA200.38 10/02/2012 10:00 10/04/2012 01:07 JCD
Magnesium 80.3 mg/L 0.100 0.045 EPA 200.7 10/02/2012 10:00 10/12/2012 21:58 MLC
Manganese 0.104 mg/L 0.003 0.001 EPA 200.8 10/02/2012 10:00 10/04/2012 01:07 JCD
Nigkel 0.0021 ma/l. 0.0015 0.0005 EPA 200.8 10/02/2012 10:00 10/04/2012 01:07 JCD
Potassium 828 B mag/L 0.01 0.01 EPA200.7 10/02/2012 10:00 10/12/2012 21:58 MLC
Selenium 0.010 mg/L 0.002 0.0005 EPA200.8 10/02/2012 10:00 10/05/2012 17:16 JCD
Silver 0.0002 J mg/L 0.0005 0.0002 EPA 200.8 10/02/2012 10:00 10/04/2012 01:07 JCD
Thallium ND y mg/L 0.0010  0.0004 EPA200.8 10/02/2012 10:00 10/09/2012 23:23 JCD
Vanadium ND u mg/L 0.002 0.002 EPA200.8 10/02/2012 10:00 10/04/2012 01:07 JCD
Zinc 0.015 mg/L 0.010 0.010 EPA200.8 10/02/2012 10:00 10/05/2012 17:16 JCD
Metals (Dissolved) by EPA 200 Series Methods
| Analyte Result Flag Units MRL MDL  Method Prepared Analyzed Analyst I
Aluminum ND y mg/L 0.02 0.007 EPA200.8 10/01/2012 13:59 10/02/2012 18:24 JCD
Antimony ND gy mg/L 0.005 0.001 EPA200.8 10/01/2012 13:59 10/02/2012 18:24 JCD
Arsenic 0.0011 mg/L 0.0005 0.0002 EPA200.8 10/01/2012 13:59 10/02/2012 18:24 JCD
Beryllium ND y mg/L 0.0005 0.0005 EPAZ200.8 10/01/2012 13:59 10/02/2012 18:24 JCD
Cadmium ND u mglL 0.0005 0.0001 EPA200.8 10/01/2012 13:59 10/02/2012 18:24 JCD
Chromium ND oy ma/L 0.002 0.0003 EPAZ200.8 10/01/2012 13:59 10/02/2012 18:24 JCD
Caopper ND uy ma/L 0.001 0.0002 EPA200.8 10/01/2012 13:59 10/02/2012 18:24 JCD
Iron ND y ma/L. 0.02 0.006 EPA200.7 10/01/2012 13:56 10/10/2012 18:41 MLC
Lead ND y mg/l. 0.0020 0.0020 EPA200.8 10/01/2012 13:59 10/02/2012 18:24 JCD
Manganese 0.0002 J mgiL 0.002 0.0001 EPA200.8 10/01/2012 13:59 10/02/2012 18:24 JCD
Nickel 0.0003 J mgl/L 0.0005 0.0002 EPA 200.8 10/01/2012 13:59 10/02/2012 18:24 JCD
Selenium 0.002 mg/L 0.001 0.0008 EPA 200.8 10/01/2012 13:59 10/07/2012 05:51 JCD
Silver ND y mg/L 0.0005 0.0002 EPA2008 10/01/2012 13:59 10/02/2012 18:24 JCD
Thallium ND y ma/L 0.0005 0.0005 EPA200.38 10/01/2012 13:59 10/02/2012 18:24 JCD
Vanadium ND y mg/L 0.002 0.002 EPA 200.8 10/01/2012 13:59 10/02/2012 18:24 JCD
Zinc ND y mg/L 0.010 0,010 EPA 200.8 10/01/2012 13:59 10/02/2012 18:24 JCD
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McCQOY & McCOY
LABORATORIES, Inc.
P.O. Box 907, 825 Industrial Road
Madisonville, KY 42431

270.821.7375
www.mccoylabs.com

Conventional Chemistry Analyses_01

Lexington, KY
859.299.7775

Louisville, KY
502.961.0001

Pikeville, KY
606.432.3104

Paducah, KY
270.444.6547

"Providing Tomorrow's Analytical Capabilites Today"

1 Analyte Result  Flag Units MRL MDL Method Prepared Analyzed Analyst |
Acidity ND u ma/L 1 1 SM2310B 10/02/2012 11:45 10/02/2012 11:45 DDM
Bicarbonate Alkalinity as 425 B mg/L 1 1 SM23208 10/01/2012 13:52 10/01/2012 13:52 DDM
CaCo3

Total Alkalinity 425 B mg/L 1 1 SM2320B 10/01/2012 13:52 10/01/2012 13:52 DDM
Chioride 223 D mglL 1.0 1.0 EPA300.0 10/04/2012 23:40 10/04/2012 23:40 DMH
Specific Conductance 3520 umhos/cm 1 1 SM25108 10/02/2012 12:00 10/02/2012 12:00 TLB
(Lab)

Hardness as CaCO3 530 mg/L. 1 1 sM2340C 10/03/2012 12:06 10/03/2012 16:44 JTL
pH (Lab) 8.26 H3 Std. Units 0.10 0.10 SM4500H+B 10/02/2012 13:00 10/02/2012 14:00 DDM
Sulfate 1600 D mgiL 10 2 EPA300.0 10/04/2012 23:40 10/04/2012 23:40 DMH
Total Dissolved Solids 2500 mg/L 10 10 SM2540C 10/01/2012 09:02 10/02/2012 10:42 DDM
Total Suspended Solids 13 ma/L 4 2 SM2540D 10/02/2012 09:21 10/02/2012 12:42 JTL
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LABORATORIES, Inc.
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Lexington, KY
859.299.7775

Louisville, KY
502.961.0001

Pikeville, KY
606.432.3104

Paducah, KY
270.444.6547

"Providing Tomorrow's Analytical Capabilites Teday"

ANALYTICAL RESULTS
Sample Collection Date Time: 09/27/2012 08:00

Lab Sample ID: 2092733-11RE1
Description: INSB-ALK

Sample Received Date Time:

Matrix: Surfacewater Discharge/Site No: Regulatory ID:

Metals by EPA 200 Series Methods

| Analyte Result Flag Units MRL. MDL Method Prepared Analyzed Analyst |
Sodium 791 D1, E mg/L 0.26 0.10 EPA 200.7 10/02/2012 10:00 10/15/2012 18:32 MLC
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"Providing Tomerrow's Analytical Capabilites Today"

Notes for work order 2092733
- Samples collected by MMLI personnel are done so in accordance with procedures set forth in MMLI field services SOPs.
- All Waste Water analyses comply with methodology requirements of 40 CFR Part 136.
- All Drinking Water analyses comply with methadoclogy requirements of 40 CFR Part 141.
- Unless otherwise noted, all quantitative results for soils are reported on a dry weight basis.
- The Chain of Custody document is included as part of this report.

- All Library Search analytes should be regarded as tentative identification based on the presumptive evidence of the mass spectra.

J Estimated value.

B Target analyte detected in methad blank at or above the method reporting limit.

B1 Target analyte detected in method blank at or above the method reperting limit. Concentration found in the sample
was 10 times above the concentration found in the method blank.

D Results reported from dilution,

D1 Sample required dilution due to high concentration of target analyte.

D2 Sample required dilution due to matrix interference.

A-01 Analyzed by 200.8.

H3 Sample received and analyzed past holding time.

V3 CCV recovery was above method acceptance limits. This target analyte detected in the sample, but the sample not
reanalyzed.

J4 Concentration estimated. Analyte detected below laboratory minimum reporting level (MRL), but not confirmed by
alternate analysis.

L1 The associated blank spike recovery was above method acceptance limits.

M2 Matrix spike recovery was low; the method contral sample recovery was acceptable.

M3 The accuracy of the spike recovery value is reduced since the analyte concentration in the sample is
disproportionate to spike level. The method control sample recovery was acceptable.

u Target analyte was analyzed for, but was below detection limit (the value associated with the qualifier is the
laboratory method detection limit in our LIMS system).

Vi1 CCV recovery was above method acceptance limits. This target analyte not detected in the sample.

E Conceniration exceeds calibration range

Standard Quallifiers/Acronymns

MDL Method Detection Limit
MRL Minimum Reporting Limit
ND Not Detected

LCS Laboratory Control Sample
MS Matrix Spike

MSD Matrix Spike Duplicate
DUP Sample Duplicate

% Rec Percent Recovery

RPD Relative Percent Difference
Z Greater than permit limits

Less than permit limits

Analyses performed at the Madisonville KY location unless specified with the following location codes.

02 Pikeville, KY

03 Paducah, KY
04 Lexington, KY
05 Louisville, KY
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Certified Analyses included in this Report

Analyte

Certifications

Lexington, KY
859.299.7775

Louisville, KY
502.961.0001

Pikeville, KY
606.432.3104

Paducah, KY
270.444.6547

"Providing Tomorrow's Analytical Capabilites Today"

EPA 1631E in Water
Mercury
Mercury, dissolved
Mercury in Field Blank
Mercury in Field Blank, dissolved

EPA 200.7 in Water
Calcium
Magnesium
Potassium

Sodium

EPA 200.8 in Water
Aluminum
Beryllium
Antimony
Arsenic
Beryllium
Cadmium
Chromium
Copper
Lead
Manganese
Nickel
Selenium
Silver
Thallium
Vanadium
Zinc

EPA 300.0 in Water
Chloride
Sulfate

S5M2320B in Water
Total Alkalinity
Bicarbonate Alkalinity as CaCO3

SM2340C in Water
Hardness as CaCQO3

SM2570B in Water
Specific Conductance (Lab)

SM2540C in Water

Total Dissolved Solids

SMAS00H+B in Water
pH (Lab)

VA NELAC (460210)
VA NELAC (460210)
VA NELAC (460210)
VA NELAC (460210)

VA NELAC (460210)
VA NELAC (480210)
VA NELAC (460210)
VA NELAC (460210)

VA NELAC (460210)
KY Drinking Water {00030}
VA NELAC (460210)
VA NELAC (460210)
VA NELAC (460210)
VA NELAC (460210)
VA NELAC (460210)
VA NELAC (460210)
VA NELAC (460210)
VA NELAC (460210)
VA NELAC (460210)
VA NELAC (460210)
VA NELAC (460210)
VA NELAC (460210)
VA NELAC (460210)
VA NELAC (460210)

KY Drinking Water (00030) VA NELAG (460210)
KY Drinking Water (00030) VA NELAC (460210)

KY Drinking Water (00030) VA NELAC (460210)
KY Drinking Water (00030)

KY Drinking Water (00030}

KY Drinking Water (00030) VA NELAC (460210)

KY Drinking Water (00030) VA NELAC {460210)

KY Drinking Water (00030) VA NELAG (460210}
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